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1
LIQUID CRYSTAL DISPLAY APPARATUS
WHEREIN ALIGNMENT CONTROL LAYERS
AND BUMPS ARE MADE OF A
POLYMERIZABLE COMPOUND INCLUDED
IN AND MIXED WITH A LIQUID CRYSTAL
LAYER

This is a divisional of application Ser. No. 12/927,436, filed
Now. 15, 2010, which is a divisional of application Ser. No.
11/712,695, filed Mar. 1, 2007, now U.S. Pat. No. 7,910,924,
which is a divisional of application Ser. No. 10/803,811, filed
Mar. 18, 2004, now U.S. Pat. No. 7,253,438.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a liquid crystal display
apparatus which can implement high transmittance, high-
speed response and a wide viewing angle. More specifically,
the present invention relates to a liquid crystal display appa-
ratus where a liquid crystal is sealed in between two sub-
strates, and the manufacturing method therefor, and particu-
larly to a liquid crystal display apparatus where a liquid
crystal, to which a polymerizable compound (polymer com-
ponent) is added, is sealed between two substrates, then an
alignment control layer or polymer network is formed by
polymerizing the polymerizable compound, and the manu-
facturing method therefor. Also the present invention relates
to a high image quality liquid crystal display apparatus which
has characteristics in the movement mode of the liquid crys-
tal.

2. Description of the Related Art

Recently liquid crystal display apparatus are being used in
avariety of applications because of such features as thinness,
light weight, low voltage driving and low power consump-
tion. The display characteristics are now equivalent to those
of a CRT, and are therefore used for such applications as
monitors or TVs, where conventionally CRTs have been pri-
marily used.

A general liquid crystal display apparatus has a structure
where a liquid crystal is sealed between two substrates. On
one of the substrates, thin film transistors (hereafter called
TFT) and pixel electrodes are formed, and on the other sub-
strate, a common electrode, color filters, etc. are formed.
Hereafter a substrate where TFTs and pixel electrodes are
formed is called a TFT substrate, and the substrate which
faces the TFT substrate is called a counter substrate.

As a liquid crystal display apparatus which has superb
viewing angle characteristics and contrast characteristics, an
MVA (Mult-domain Vertical Alignment) liquid crystal dis-
play apparatus has been known (e.g. Japanese Patent No.
2947350). In an MVA liquid crystal display apparatus, a
liquid crystal aligns in the vertical direction with respect to
the substrate surface when no voltage is applied, and the
orientation to which a liquid crystal is tilted is regulated by
bumps or dents formed on the substrate face or by slits formed
on electrodes, when voltage is applied.

FIG. 1 shows an example of a patterned pixel electrodes
structure in an MVA liquid crystal display apparatus. This
pixel electrode is comprised of a cross-shaped main region 1
and four branch regions which linearly extend in 45°, 135°,
225° and 315° orientations. In a branch section, the width of
the electrode sections and the slit sections are about 3 pum,
respectively. The electrode on the substrate facing this (not
illustrated) is a one-plane electrode which is uniform on the
entire surface.
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If voltage is applied to electrodes where fine slits are
formed, as shown in FIG. 1, a liquid crystal tends to tilt in the
directions along the slits. In the case of FIG. 1, if voltage is
applied, liquid crystal molecules 4 in the neighboring area 3
of the main region start to tilt along the slit directions as
illustrated, the behavior of the liquid crystal molecules propa-
gate to the liquid crystal molecules in the branch regions,
which sequentially tilt along the slit directions. As a result, the
liquid crystal layer forms a pattern according to the pattern
provided by the electrodes which exist outside, and a four-
domain alignment, where liquid crystal molecules tilt in four
orientations (directions) respectively in the four branch
regions, is implemented.

However, it takes time for all the liquid crystal molecules to
finally tilt, since the behavior of the liquid crystal molecules
near the main region propagate into the peripheral area when
voltage is applied. Also if the branch region is long, liquid
crystal molecules may tilt in the orientation B, that is the
opposite ofthe proper orientation A to which the liquid crystal
molecules are supposed to tilt, in a branch region away from
the neighboring area of the main region. This is probably
because the liquid crystal molecules tilt before the behavior of
the liquid crystal molecules of the neighboring area of the
main region propagate into the peripheral area. In this case, a
boundary region is formed between A and B, and causes a
drop in light transmittance since this boundary region does
not transmit light when voltage is applied.

As a means of solving the above problem, a method of
applying voltage on the liquid crystal layer, which has been
formed by sealing a liquid crystal composition comprising a
liquid crystal and a polymerizable compound so as to control
the alignment, and irradiating active energy rays onto the
substrate surface so as to polymerize the compound, has been
proposed for MVA liquid crystal display apparatuses (see
Japanese Unexamined Patent Application Publication No.
H7-43689 (Claims), Japanese Unexamined Patent Applica-
tion Publication No. H9-146068 (Claims), and Japanese
Unexamined Patent Application Publication No.
H10-147783 (Claims)).

In the case of sealing a liquid crystal composition, which
comprises a liquid crystal and a polymerizable compound, in
an MVA type liquid crystal display apparatus which has an
electrode pattern shown in FIG. 1, for example, the generation
of liquid crystal molecules which tilt in the opposite orienta-
tion, as shown in B in FIG. 1, can be prevented by gradually
increasing the applied voltage over time when the voltage is
applied to implement the four-domain alignment, as
described above. So the compound is polymerized by irradi-
ating active energy rays onto the panel face in this status. Then
the compound is polymerized and the tilting orientation or
tilting direction of the liquid crystal in the voltage applied
status is fixed.

In the liquid crystal display apparatus manufactured in this
way, the liquid crystal is somewhat inclined (tilted) in the
tilting direction with respect to the vertical direction, even
when no voltage is applied. Therefore the response speed is
improved when voltage is applied, and a uniform and consis-
tent alignment status is implemented. For this type of liquid
crystal display apparatus, a liquid crystal display apparatus
with high transmittance is implemented because bumps, etc.,
which cause the drop in transmittance, need not be formed. In
other words, in the case of such an MVA liquid crystal appa-
ratus, high transmittance, high-speed response and uniform
and consistent alignment status can be implemented com-
pared with conventional MVA type liquid crystal apparatuses.

However in this system, it is necessary to pattern the elec-
trodes to regulate the tilting direction of the liquid crystal,
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which can be the cause of fluctuation in quality, complicated
processing, dropping the yield and increasing cost. Particu-
larly in the case of forming fine slits as shown in FIG. 1,
transmittance is changed by a slight fluctuation of patterning,
s0 a very high precision manufacturing process is demanded.

Now the MVA liquid crystal display apparatus will be more
fully described. FIG. 2 is a cross-sectional model view depict-
ing an example of a conventional MVA type liquid crystal
display apparatus. This MVA liquid crystal display apparatus
has a structure where a liquid crystal 70, of which the dielec-
tric constant anisotropy is negative, is sealed between a TFT
substrate 50 and a counter substrate 60. Polarizing plates (not
illustrated) are disposed respectively under the TFT substrate
50 and on the counter substrate 60 such that the polarization
axes are perpendicular to each other.

The TFT substrate 50 is comprised of a glass substrate 51,
pixel electrodes 52, which are formed on the liquid crystal 70
side surface (top surface in FIG. 2) of the glass substrate 51,
and a vertical alignment control film 53 which covers the
surface of the pixel electrodes 52. The pixel electrodes 52 are
made of a transparent conductor, such as ITO (Indium-Tin
Oxide), and the vertical alignment control film 53 is made of
a polyimide, a polyamic acid or the like.

The counter substrate 60, on the other hand, is comprised of
a glass substrate 61, a common electrode 62, which is formed
on the liquid crystal 70 side surface (bottom surface in F1G. 2)
of the glass substrate 61, bumps for domain regulation 63
which are formed on the common electrode 62, and a vertical
alignment control film 64 which covers the surface of the
common electrode 62 and the bumps 63. The common elec-
trode 62 is made of a transparent conductor such as ITO, and
the vertical alignment control film 64 is made of a polyimide,
apolyamic acid or the like. The bumps for domain regulation
63 are formed by a photoresist, for example.

FIG. 3A and FIG. 3B are model diagrams depicting the
operation of the MVA liquid crystal display apparatus. As
FIG. 3A shows, when no voltage is applied between the pixel
electrodes 52 and the common electrode 62, liquid crystal
molecules 70q align roughly vertically from the surface of the
alignment control films 53 and 64. In this status, light, which
transmitted through the polarizing plate under the TFT sub-
strate 50 and entered the liquid crystal layer, transmits
through the liquid crystal layer as it is, and is shielded by the
polarizing plate on the counter substrate 60. In other words,
this is the case of a dark display.

On the other hand, if sufficient voltage is applied between
the pixel electrodes 52 and the common electrode 62, as
shown in FIG. 3B, liquid crystal molecules 70a align in
roughly a vertical direction with respect to the electric field. In
this status, the light, which transmitted through the polarizing
plate under the TFT substrate 50 and entered the liquid crystal
layer, is double-refracted because of the dielectric constant
anisotropy of the liquid crystal molecules, and transmits
through the polarizing plate on the counter substrate 60. In
other words, this is the case of a bright display. In this way, by
controlling the voltage between the pixel electrodes 52 and
the common electrode 62 for each pixel, desired images can
be displayed on the liquid crystal display apparatus.

In the case of an MVA liquid crystal display apparatus, if
voltage is applied between the pixel electrodes 52 and the
common electrode 62, the tilting directions of the liquid crys-
tal molecules differ between each side of a bump 63 as shown
in FIG. 3B, and a so called “alignment division (multi-do-
main)” is formed. By this, the leaking of light in diagonal
directions from the substrate face is decreased remarkably,
and good viewing angle characteristics and contrast charac-
teristics can be implemented.
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The above described example is the case when the bumps
63 are formed as domain regulation means, but the domain
regulation means may be implemented by forming slits on
one or on both of the pixel electrodes and the common elec-
trode. In a normal MVA liquid crystal display apparatus, slits
are formed on the electrodes of one of the TFT substrate and
the counter substrate, and bumps are formed on the other
substrate. Also dents may be formed instead of bumps or slits
as the domain regulation means.

Japanese Unexamined Patent Application Publication No.
H7-84244 and Japanese Unexamined Patent Application
Publication No. HI11-343486 disclose a manufacturing
method of a liquid crystal display apparatus where a member
for regulating the liquid crystal domains is formed by poly-
merizing a photoreactive monomer, which is added to the
liquid crystal. With the method disclosed in Japanese Unex-
amined Patent Application Publication No. H11-343486,
however, a step of forming a vertical alignment control film is
required, just as with conventional methods. And with the
method disclosed in Japanese Unexamined Patent Applica-
tion Publication No. H7-84244, the portions to be the bound-
ary of domains cannot be set at arbitrary positions.

Now a comparison between the MVA liquid crystal display
apparatus and the horizontal electric field switching type
liquid crystal display apparatus, called “In-Plane” switching
(hereafter called IPS), will be described. FIG. 4 is a view
depicting an MVA type vertically aligned liquid crystal dis-
play apparatus based on the prior art, and FIG. 5 is a view
depicting a horizontal electric field switching type liquid
crystal display apparatus based on the prior art. The MVA
liquid crystal apparatus and IPS liquid crystal apparatus are
well known for superb characteristics thereof.

SUMMARY OF THE INVENTION

These excellent liquid crystal display panels however are
still not perfect, and in the former case, for example, the
viewing angle characteristics when the gradation is changed
may not be sufficient, and in the latter case, the front face
contrast may not be sufficient.

In the gradation-related viewing angle characteristics in
the former case, MVA, images displayed in half tones may
look whitish from the diagonal viewing angle, and tones
viewed from the diagonal direction may be different from
those viewed from the front. In the latter case, IPS, on the
other hand, the front face contrast is limited to 200-300,
because of horizontal alignment. Contrast from the diagonal
45° angle is not sufficient compared with MVA, and improve-
ment is also desired for transmittance. Coloring in the black
status when viewed from the diagonal direction is also a
problem. In this way, even in the above two excellent liquid
crystal movement modes, that is, the MVA mode which is
characterized by alignment control, and the IPS mode which
is characterized by the placement of the electrodes, have both
advantages and disadvantages.

With the foregoing in view, it is an object of the present
invention to provide a liquid crystal display apparatus which
excels in high transmittance, high-speed response, wide
viewing angle characteristics, etc., and a manufacturing
method of the liquid crystal display apparatus.

To solve the above problem, according to one aspect of the
present invention, provided is a liquid crystal apparatus hav-
ing a liquid crystal layer and a pair of electrodes disposed on
both sides of the liquid crystal layer for applying voltage on
the liquid crystal enclosed between a pair of substrates,
wherein the liquid crystal layer comprises a section formed
by polymerizing a polymerizable compound in the presence
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of'aliquid crystal by selectively irradiating active energy rays
onto the substrate surface when no voltage is applied. By this
embodiment of the present invention, a liquid crystal display
apparatus which excels in high transmittance, high-speed
response, wide viewing angle characteristics, etc. can be pro-
vided.

For this embodiment of the aspect of the present invention,
it is preferable that the liquid crystal layer comprises a section
polymerized by irradiating active energy rays onto the entire
surface of the substrate in a voltage applied status after active
energy rays are selectively irradiated, that at least one of the
two active energy ray irradiations is from the direction tilted
from the normal line direction of the substrate face, that the
liquid crystal layer presents a light shielding pattern based on
a specific liquid crystal alignment when voltage is applied
after the active energy rays are irradiated, that the light shield-
ing pattern by a specific liquid crystal alignment includes a
lattice pattern or a pattern which is comprised of a cross-
shaped main region and branch regions which linearly extend
in the peripheral directions, that the liquid crystal has a nega-
tive dielectric constant anisotropy, and aligns in the vertical
direction from the substrate face when no voltage is applied
after the active energy rays are irradiated, and that first and
second polarizing elements are disposed on both sides of the
pair of substrates such that the absorption axes thereof are
perpendicular to each other; a first 4 wavelength plate is
disposed between one of the substrates and the first polarizing
element; a second Y4 wavelength plate is disposed between
the other substrate and the second polarizing element; and the
absorption axis of the first polarizing element and the slow
axis of the first ¥4 wavelength plate form a 45° angle, the
absorption axis of the second polarizing element and the slow
axis of the second V4 wavelength plate form a 45° angle, and
the slow axes of the first /4 wavelength plate and the second
V4 wavelength plate are perpendicular to each other.

According to this aspect of the present invention, also
provided is amanufacturing method of a liquid crystal display
apparatus having a liquid crystal layer and a pair of electrodes
on both sides of the liquid crystal layer for applying voltage
on a liquid crystal disposed between a pair of substrates,
wherein the liquid crystal layer is formed from a liquid crystal
composition comprising the liquid crystal and a polymeriz-
able compound, a part of the polymerizable compound is
polymerized by selectively irradiating active energy rays onto
the substrate face when no voltage is applied, then the rest of
the polymerizable compound is polymerized by irradiating
active energy rays onto the entire face of the substrate in a
voltage applied status. By this embodiment of the present
invention, a simplification of the manufacturing process can
be implemented, and the causes for fluctuation in quality,
complication of processing, drop in yield and increase of cost
in prior art can be eliminated.

For this embodiment of this aspect of the present invention,
it is preferable that a photomask is used for the selective
irradiation of active energy rays, that the width of the light
shielding section and the width of the opening section of the
photomask are in a 2-100 um range, respectively, that the
active energy rays are UV rays, that the energy active ray
irradiation is performed such that the liquid crystal layer
presents a light shielding pattern based on a specific liquid
crystal alignment when voltage is applied after the active
energy rays are irradiated, and that at least one of the two
active energy ray irradiations is performed from the direction
tilted from the normal line direction of the substrate face.

According to this aspect of the present invention, a liquid
crystal display apparatus, which excels in high transmittance,
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high-speed response, wide viewing angle characteristics, etc.,
can be provided. The manufacturing method can also be
simplified.

In an MVA liquid crystal display apparatus, the directions
to which liquid crystal molecules tilt when voltage is applied
can be determined by bumps or slits of the electrodes, so in
such a case, it is unnecessary to perform alignment processing
on the alignment control films 53 and 64 as shown in FIG. 2.
However it is usually still necessary to form the alignment
control films 53 and 64 on the surfaces of the TFT substrate
and the counter substrate.

The alignment control film is normally formed by printing
a polyimide or a polyamic acid on the surface of a substrate,
and then baking at a temperature of about 200° C. Since the
sizes of liquid crystal display apparatuses are increasing
recently, a large printer and furnace are required to form
alignment control films, and replacing printing plates also
contribute to enormous costs, causing increases in manufac-
turing cost.

To solve such problems, a manufacturing method of a
liquid crystal display apparatus which can omit the step of
coating an alignment control film (e.g. Japanese Patent Appli-
cation No. 2002-40721) has been proposed. In this method, a
liquid crystal mixed with a bifunctional monomer and a pho-
topolymerization initiator is sealed between a pair of sub-
strates, for example. Then the monomer attaches to the sur-
face of the substrate (surface of an ITO film or an insulation
film) and grows. When UV rays are irradiated onto this, the
monomer is polymerized and also chemically bonded to the
surface of the substrate, where a stable alignment control
layer is formed. This alignment control layer has a controlling
ability to align the liquid crystal molecules in a roughly ver-
tical directions from the substrate face. However, the direc-
tion to which the liquid crystal molecules tilt when voltage is
applied are not determined if the alignment control layer is
simply formed by polymerizing a monomer, resulting in ran-
dom alignment (schlieren alignment).

Also in a conventional MVA liquid crystal display appara-
tus, the contrast characteristics are better than a TN (Twisted
Nematic) liquid crystal display apparatus, but as FIG. 3A
shows, the liquid crystal molecules align diagonally from the
substrate face in the area near the bumps 63 when no voltage
is applied, so the leaking of light occurs in this area, causing
dropping of the contrast characteristics.

Also in a conventional MVA liquid crystal display appara-
tus, the areas above the bumps or slits become boundaries of
alignment division where dark lines are generated, causing
dropping of the transmittance in a white display (bright dis-
play). Transmittance can be improved by increasing the
spaces between the bumps or slits sufficiently, but for areas
away from the bumps or slits, it takes a long time from
applying voltage between the electrodes to the stabilization of
the alignment of liquid crystal molecules, which drops the
response speed considerably.

To solve these problems, proposed here is a liquid crystal
display apparatus, where a liquid crystal to which a polymer-
izable compound such as a monomer or an oligomer is added,
is sealed between a TFT substrate and a counter substrate,
voltage is applied between the electrodes, and the alignment
directions of liquid crystal molecules are stabilized, then UV
rays are irradiated so that the polymerizable compound is
polymerized to form a polymer network. This type of a liquid
crystal display apparatus is called a polymer stabilized liquid
crystal display apparatus. In the polymer stabilized liquid
crystal apparatus, the liquid crystal molecules tilt in direc-
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tions which are determined by the polymer network, at the
same time as voltage is applied, so the response characteris-
tics are improved.

However, it is believed that a conventional polymer stabi-
lized liquid crystal display apparatus has the following prob-
lems.

That is, in the case of a polymer stabilized liquid crystal
display apparatus, UV rays are irradiated while applying volt-
age between the pixel electrodes and the common electrode
after the electrode disposed on the TFT substrate or the
counter substrate and the external drive circuit are electrically
connected, so the processing steps are complicated and mass
production ability is poor. Also, if UV rays are irradiated
when TFT’s are driven, the characteristics of the TFT’s may
be changed by the UV rays, and normal voltage may not be
applied to the pixel electrodes. And if the polymerizable
compound is polymerized in this status, the alignment con-
trolling ability by the polymer network becomes different
depending on the pixel, and the T-V (Transmittance-Voltage)
characteristics of the liquid crystal cells disperse. This causes
display defects, such as unevenness in display.

With the foregoing in view, it is an object of the present
invention to provide a liquid crystal display apparatus com-
prising bumps for domain regulation and an alignment con-
trol layer, whereby the manufacturing steps can be more
simplified compared with prior art, and a manufacturing
method therefor.

It is another object of the present invention to provide a
liquid crystal display apparatus whereby the contrast charac-
teristics are better than prior art, and a manufacturing method
therefor.

It is still another object of the present invention to provide
a manufacturing method of a liquid crystal display apparatus
which excels in mass production ability, and does not disperse
the T-V characteristics depending on the pixel.

The above problem is solved by one aspect of the present
invention, that is, a liquid crystal display apparatus compris-
ing a first and second substrates which are disposed facing
each other, aliquid crystal sealed between the first and second
substrates, a first electrode formed on the liquid crystal side
surface of the first substrate, a second electrode formed on the
liquid crystal side surface of the second substrate, alignment
control layers which cover the surfaces of the first and second
electrodes and control the alignment direction of the liquid
crystal molecules when no voltage is applied to be roughly
vertical from the substrate face, and bumps which are formed
on at least one surface of the first and second substrates and
determine the tilting directions of the liquid crystal molecules
when voltage is applied, wherein both the alignment control
layers and the bumps are formed by polymerizing a polymer-
izable compound which is added to the liquid crystal, and the
alignment direction of the liquid crystal molecules near the
bumps when no voltage is applied is roughly vertical from the
substrate face.

It is preferable that both of the first and second substrates
and both of the first and second electrodes are transparent and
that at least part of the bumps contacts the first and second
substrates.

It is preferable that at least part of the bumps contacts the
first and second substrates.

The above problem is also solved by another embodiment
of'this aspect of the present invention, that is, amanufacturing
method of a liquid crystal display apparatus, comprising seal-
ing a liquid crystal to which a polymerizable compound is
added, between a first and second substrates, and polymeriz-
ing the polymerizable compound in the liquid crystal, form-
ing alignment control layers for controlling the alignment
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direction of the liquid crystal molecules when no voltage is
applied to be roughly vertical from the substrate face, on the
surfaces of the first and second substrates and forming bumps
protruding to the liquid crystal side.

In the present invention, not only an alignment control
layer but bumps for domain regulation are also formed by
polymerizing the polymerizable compound (or oligomer).
For example, a monomer which is added to the liquid crystal
is polymerized by irradiating UV rays onto the bump forming
areas, with an energy that is higher than the energy irradiated
onto other areas. By this, monomer molecules in the bump
forming areas are polymerized preferentially to form the
bumps, and in other areas an alignment control layer with a
thin film thickness is formed. In this case, the liquid crystal
molecules are aligned to be vertical from the substrate face in
the initial stage of bump formation. Since bumps grow while
maintaining this alignment status, the liquid crystal mol-
ecules near the bumps become roughly vertical from the
substrate face when no voltage is applied, even after the
bumps are completed. By this, leaking of light is controlled
even more compared with conventional MVA liquid crystal
display apparatus, and the contrast characteristics are
improved.

It is preferable that the polymerizable compound is poly-
merized by light, that light irradiation at a higher energy
density is performed on bump formation areas than the other
areas for forming the bumps, that the liquid crystal is sealed
between the first and second substrates after a treatment is
performed to make the surface energy of bump formation
areas of at least one of said first and second substrates higher
than the other areas, that spacers are selectively disposed at
the bump formation areas between the first and second sub-
strates, and the bumps are formed using the spacers as cores,
and that at least part of the bumps are allowed to grow from
one of the first and second substrates to contact the other
substrate.

The above problem is solved by still another embodiment
of'this aspect of the present invention, that is, a liquid crystal
display apparatus comprising a first and second substrates
which are disposed facing each other, a liquid crystal sealed
between the first and second substrates, tilt control sections
which are disposed on at least one of the first and second
substrates and determine the tilting directions of the liquid
crystal molecules when voltage is applied, and alignment
control layers which are formed on the liquid crystal side
faces of the first and second substrates and control the align-
ment direction of the liquid crystal molecules when no volt-
age is applied to be roughly vertical from the substrate face,
wherein the alignment control layers are formed by polymer-
izing a polymerizable compound which is added to the liquid
crystal.

It is preferable that the tilt control sections are bumps or
dents installed on at least one of the first and second sub-
strates, that the tilt control sections are sections formed by a
rubbing treatment on the bases of the alignment control lay-
ers, and that the tilt control sections are formed by changing
the surface energy of the bases of the alignment control lay-
ers.

Also the above problem is solved by still another embodi-
ment of this aspect of the present invention, that is, a manu-
facturing method of a liquid crystal display apparatus, com-
prising forming bumps or dents on at least one of the first and
second substrates, disposing the first and second substrates
facing each other with the faces where the bumps or dents are
formed to be inside, sealing the polymerizable compound-
added liquid crystal between these substrates, and polymer-
izing the polymerizable compound in the liquid crystal and
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forming alignment control layers, for controlling the align-
ment direction of the liquid crystal molecules when no volt-
age is applied to be roughly vertical from the substrate face,
on the first and second substrates and on the surface of the
bumps or dents.

Inthe present invention, tilt control sections, such as bumps
or dents for determining the direction for the liquid crystal
molecules to tilt when voltage is applied, are formed on at
least one of the first and second substrates.

If the alignment control layer is formed merely by a reac-
tive monomer added to the liquid crystal, directions to which
the liquid crystal molecules tilt when voltage is applied are
not determined, and a plurality of small domains, made from
a set of liquid crystal molecules of which the alignment direc-
tion is the same, are formed in the liquid crystal. Since the
alignment directions of the adjacent domains are not the
same, a dark line is generated at the boundary section of the
domain due to alignment abnormalities. And the locations
where the dark lines are generated are not consistent. This
becomes a cause of a drop in display quality.

In the present invention, however, the tilt control sections
are disposed on at least one of the first and second substrates,
so the directions to which the liquid crystal molecules tilt
when voltage is applied are determined by the tilt control
sections. By this, good display characteristics are imple-
mented.

The tilt control sections are not limited to the above-men-
tioned bumps or dents, but may be those formed by a rubbing
treatment on the base of the alignment control layer, for
example, or those formed by performing processing to par-
tially change the surface energy on the surface of a substrate.
If such processing is performed, the processing performed on
the base influences the alignment control layers, which can
control the directions to which the liquid crystal molecules tilt
when voltage is applied.

Accordingly, the above problem is also solved by still
another embodiment of this aspect of the present invention,
that is, a manufacturing method of a liquid crystal display
apparatus, comprising performing a rubbing treatment on a
first and second substrates, disposing the first and second
substrates facing each other with the face where the rubbing
treatment is performed to be inside, sealing a polymerizable
compound-added liquid crystal between the substrates, and
polymerizing the polymerizable compound in the liquid crys-
tal and forming alignment control layers, for controlling the
alignment direction of the liquid crystal molecules when no
voltage is applied to be roughly vertical from the substrate
face, on the first and second substrates.

Also the above problem is solved by still another embodi-
ment of this aspect of the present invention, that is, a manu-
facturing method of a liquid crystal display apparatus, com-
prising partially changing the surface energy of the surface of
at least one of first and second substrates, sealing a polymer-
izable compound-added liquid crystal between the first and
second substrates, and polymerizing the polymerizable com-
pound in the liquid crystal and forming alignment control
layers, for controlling the alignment direction of the liquid
crystal molecules when no voltage is applied to be roughly
vertical from the substrate face, on at least one of the first and
second substrates.

It is preferable that light is selectively irradiated on the
substrate surface via a mask in the partial changing of the
surface energy of the substrate surface.

The above-mentioned problem is also solved by still
another embodiment of this aspect of the present invention,
that is, a manufacturing method of a liquid crystal display
apparatus, comprising disposing a pair of substrates, on
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which surface alignment control films are formed, facing
each other with the alignment control films to be inside,
sealing a liquid crystal to which a polymerizable compound is
added, between these substrates, and polymerizing the poly-
merizable compound by irradiating UV rays when no voltage
is applied, and forming a polymer network near the surface of
the alignment control films, wherein the anchoring energy for
the liquid crystal molecules on the substrate surface is con-
trolled by controlling the composition, the adding amount and
the polymerizing conditions of the polymerizable compound.

In the present invention, the polymerizable compound
added to the liquid crystal is polymerized when no voltage is
applied between the electrodes, to form the polymer network.
By this polymer network, the controlling ability (anchoring
energy) to align the liquid crystal molecules in the vertical
direction becomes strong.

The liquid crystal molecules near bumps or slits align in
specific directions, which are determined by the bumps or
slits almost at the same time when voltage is applied. The
alignment directions of these liquid crystal molecules influ-
ence on the peripheral liquid crystal molecules, and the align-
ment directions of the peripheral liquid crystal molecules are
determined. In this way, the alignment directions of the liquid
crystal molecules are propagated, and the alignment direc-
tions of the liquid crystal molecules at locations away from
bumps or slits are determined.

In the case of an MVA liquid crystal apparatus which does
not have a polymer network, the liquid crystal molecules at
locations away from bumps or slits align in random directions
almost at the same time when voltage is applied, and when the
alignment directions of the liquid crystal molecules near
bumps or slits are propagated, they change direction to the
alignment directions. However, it takes time to change the
alignment direction of liquid crystal molecules which have
already been aligned to a different direction, causing poor
response characteristics of liquid crystal display apparatus
which do not have a polymer network.

Ifthe alignment controlling ability in the vertical direction
of the liquid crystal molecules is increased as in this inven-
tion, the response time is decreased compared with liquid
crystal display apparatuses which do not have a polymer
network, since liquid crystal molecules are aligned vertically
until the alignment directions of the liquid crystal molecules
near bumps or slits are propagated, and the liquid crystal
molecules align in specific directions after the alignment
directions are propagated. Also according to the present
invention, the polymer network is formed when no voltage is
applied between the electrodes, so the fluctuation of the T-V
characteristics can be avoided.

In other words, whereas in the conventional polymer sta-
bilized liquid crystal display, the technology is for imple-
menting a vertically aligned liquid crystal without a rubbing
treatment, by controlling the pre-tilt angle of the liquid crystal
molecules and the tilting direction when voltage is applied,
the present invention is for controlling the anchoring strength,
which can be applied to both a vertically aligned liquid crystal
display apparatus and a horizontally aligned liquid crystal
display apparatus. The present invention can also be applied
to liquid crystal display apparatuses which involve a rubbing
treatment.

As described above, according to this aspect of the present
invention, not only an alignment control layer but also bumps
for domain regulation are formed by polymerizing the poly-
merizable compound. For example, when a monomer added
to a liquid crystal is polymerized, UV rays, which energy is
higher than the energy used for other areas, are irradiated onto
the bump formation areas. By this, the monomer is preferen-
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tially polymerized in the bump formation areas to form
bumps, and in the other areas, a thin alignment control layer
is formed. In this case, in the initial stage of the bump forma-
tion, liquid crystal molecules are aligned vertically from the
substrate surface. Bumps grow while maintaining this align-
ment status, so the liquid crystal molecules near the bumps are
aligned almost vertically from the substrate surface when no
voltage is applied, even after the bumps are completed.
Because of this, the leaking of light is further controlled, and
the contrast characteristics improve compared with conven-
tional MVA liquid crystal apparatus.

According to this aspect of the present invention, tilt con-
trol sections, such as bumps or dents, for determining direc-
tions to which the liquid crystal molecules tilt when voltage is
applied, are disposed on at least one of the first and second
substrates.

By merely forming an alignment control layer by areactive
monomer added to a liquid crystal, the directions to which the
liquid crystal molecules tilt when voltage is applied are not
determined, and a plurality of small domains, each from a set
ofliquid crystal molecules with the same alignment direction,
are formed in the liquid crystal. Since the alignment direc-
tions of adjacent domains are not the same, a dark line is
generated at the boundary sections of domains due to align-
ment abnormalities. Also the generation locations of the dark
lines are not constant. This drops the display quality.

However, in the present invention, where the tilt control
sections are disposed on at least one of the first and second
substrates, the directions to which the liquid crystal mol-
ecules tilt when voltage is applied are determined by the tilt
control sections. Therefore good display characteristics are
implemented. Also the T-V characteristics and the threshold
values of the liquid crystal cells can be controlled by control-
ling the composition, the adding amount and the polymeriz-
ing conditions of the polymerizable compound.

It is preferable that the anchoring energy is controlled on
each pixel, and that a plurality of areas having different
anchoring energies are formed in a pixel.

In the present invention it is also possible to combine
different aspects. Accordingly. the present invention also pro-
vides a liquid crystal display apparatus according to the first
aspect of the present invention, the apparatus comprising a
first and second substrates which are disposed facing each
other, a liquid crystal sealed between the first and second
substrates, a first electrode formed on the liquid crystal side
surface of the first substrate, a second electrode formed on the
liquid crystal side surface of the second substrate, alignment
control layers which cover the surfaces of the first and second
electrodes and control the alignment direction of the liquid
crystal molecules when no voltage is applied to be roughly
vertical from the substrate face, and bumps which are formed
on at least one surface of the first and second substrates and
determine the tilting directions of the liquid crystal molecules
when voltage is applied, wherein both of the alignment con-
trol layers and the bumps are formed by polymerizing a
polymerizable compound which is added to the liquid crystal,
and the alignment direction of the liquid crystal molecules
near the bumps when no voltage is applied is roughly vertical
from the substrate face.

The present invention also provides a manufacturing
method of a liquid crystal display apparatus according to the
first aspect of the present invention, the method comprising
sealing a liquid crystal to which a polymerizable compound is
added, between a first and second substrates, polymerizing
the polymerizable compound in the liquid crystal, forming
alignment control layers for controlling the alignment direc-
tion of the liquid crystal molecules when no voltage is applied
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to be roughly vertical from the substrate face, on the surfaces
of the first and second substrates, and forming bumps pro-
truding to the liquid crystal side.

The present invention also provides a liquid crystal display
apparatus according to the first aspect of the present inven-
tion, the apparatus comprising a first and second substrates
which are disposed facing each other, a liquid crystal sealed
between the first and second substrates, tilt control sections
which are disposed on at least one of the first and second
substrates and determine the tilting directions of the liquid
crystal molecules when voltage is applied, and alignment
control layers which are formed on the liquid crystal side
faces of the first and second substrates and control the align-
ment direction of the liquid crystal molecules when no volt-
age is applied to be roughly vertical from the substrate face,
wherein the alignment control layers are formed by polymer-
izing a polymerizable compound which is added to the liquid
crystal.

The present invention also provides a manufacturing
method of a liquid crystal display apparatus according to the
first aspect of the present invention, the method comprising
disposing a pair of substrates, on which surface alignment
control films are formed, facing each other with the alignment
control films to be inside, sealing a liquid crystal to which a
polymerizable compound is added, between these substrates,
polymerizing the polymerizable compound by irradiating
UV rays when no voltage is applied, and forming a polymer
network near the surface of the alignment control films,
wherein the anchoring energy for the liquid crystal molecules
on the substrate surface is controlled by controlling the com-
position, the adding amount and the polymerizing conditions
of the polymerizable compound.

Itis an object of still another aspect of the present invention
to provide a liquid crystal display apparatus which solves the
above-mentioned problems of prior art, has a new liquid
crystal movement mode which is different from that of the
liquid crystal display apparatus based on prior art, and is
brighter and excels in color gradation characteristics com-
pared with a liquid crystal display based on prior art, and a
manufacturing method therefor.

The liquid crystal display apparatus according to this
aspect of the present invention for solving the above-men-
tioned problems is a liquid crystal display apparatus wherein
a first substrate on which surface first electrodes with a ver-
tical alignment control film are formed and a second substrate
on which surface a second electrode with a horizontal align-
ment control film is formed face each other at the alignment
control film side, the facing substrates are sealed with a space
in between, a liquid crystal comprising a functional monomer
is sealed in this space, and a plurality of roughly rectangular
pixel electrodes made of the first electrodes are arrayed on the
first substrate, for performing the alignment control of the
liquid crystal by irradiating light from a direction tilted from
the normal line direction on the liquid crystal display appa-
ratus to polymerize the monomer, wherein the first substrate
has a structure for regulating the alignment of the liquid
crystal molecules in the liquid crystal when voltage is applied
between the pixel electrodes and the second electrode.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned structure is a fine ITO
pattern formed in the pixel electrodes.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned structure is an insulat-
ing pattern formed on the pixel electrodes.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned functional monomer
has two or more functional groups.
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In the above-mentioned liquid crystal display apparatus, it
is preferable that UV rays are used for the above-mentioned
light irradiation.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned functional monomeris
an acrylate.

In the above-mentioned liquid crystal display apparatus, is
it is preferable that the above-mentioned functional monomer
is a methacrylate.

In the above-mentioned liquid crystal display apparatus, it
is preferable to perform the above-mentioned light irradiation
by irradiating with light from a first direction, which is tilted
from the normal line direction on the liquid crystal display
apparatus face, onto partial areas of the pixel electrode faces,
and by irradiating with light again from a second direction,
which is different from the first direction, onto the entire areas
of the pixel electrode faces, for each one of the pixel elec-
trodes.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned liquid crystal is of a
negative type.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned liquid crystal is of a
positive type.

In the above-mentioned liquid crystal display apparatus, it
is preferable that the above-mentioned liquid crystal is in a
normally black mode, and the alignment of the liquid crystal
molecules is regulated so as to switch to the direction of the
light irradiation by applying voltage.

In the present invention it is also possible to combine
different aspects. Accordingly. the present invention also pro-
vides a liquid crystal display apparatus according to the first
aspect, wherein a first substrate on which surface first elec-
trodes with a vertical alignment control film are is formed and
a second substrate on which surface a second electrode with
a horizontal alignment control film is formed face each other
at the alignment control film side, the facing substrates are
sealed with a space in between, a liquid crystal comprising a
functional monomer is sealed in this space, and a plurality of
roughly rectangular pixel electrodes made of the first elec-
trodes are arrayed on the first substrate, for performing the
alignment control of the liquid crystal by irradiating light
from a direction tilted from the normal line direction on the
liquid crystal display apparatus to polymerize the monomer,
wherein the first substrate has a structure for regulating the
alignment of the liquid crystal molecules in the liquid crystal
when voltage is applied between the pixel electrodes and the
second electrode.

The present invention also provides a liquid crystal display
apparatus according to the first aspect, wherein the light irra-
diation is performed by irradiating with light from a first
direction, which is tilted from the normal line direction on the
liquid crystal display apparatus face, onto partial areas of the
pixel electrode faces, and by irradiating with light again from
a second direction, which is different from the first direction,
onto the entire areas of the pixel electrode faces, for each one
of the pixel electrodes.

By the above aspect of the present invention, a liquid crys-
tal display apparatus, which has a new liquid crystal move-
ment mode different from that of the liquid crystal display
apparatus based on prior art, and is brighter and excels in
color gradation characteristics compared with the liquid crys-
tal display apparatus based on prior art, is provided.

Other objects and advantages of the present invention will
be clarified by the following description.

BRIEF DESCRIPTION OF THE DRAWINGS

The patent or application file contains at least one drawing
executed in color. Copies of this patent or patent application
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publication with color drawing(s) will be provided by the
Office upon request and payment of the necessary fee.

FIG. 1 is a top model view illustrating an example of a
patterned pixel electrodes structure in an MVA liquid crystal
display apparatus;

FIG. 2 is a model cross-sectional view depicting an
example of a conventional MVA type liquid crystal display
apparatus;

FIG. 3A is amodel view depicting the operation of an MVA
liquid crystal display apparatus;

FIG. 3B is a model view depicting the operation of an MVA
liquid crystal display apparatus;

FIG. 4 is another view depicting an MVA type vertically
aligned liquid crystal display apparatus based on the prior art;

FIG. 5 is a view depicting a horizontal field switching type
liquid crystal display apparatus based on the prior art;

FIG. 6 is a plan view depicting a liquid crystal display
apparatus (MVA liquid crystal apparatus) according to an
embodiment of the present invention;

FIG. 7 is a cross-sectional view along the I-I line in FIG. 6;

FIG. 8A is a cross-sectional view for explaining the process
for forming bumps and alignment control films;

FIG. 8B is another cross-sectional view for explaining the
process for forming bumps and alignment control films;

FIG. 9 is a set of model views depicting the manufacturing
method of a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 10A is a model cross-sectional view showing the
manufacturing method of the liquid crystal display according
to an embodiment of the present invention;

FIG. 10B is another model cross-sectional view showing
the manufacturing method of the liquid crystal display
according to an embodiment of the present invention;

FIG. 10C is another model cross-sectional view showing
the manufacturing method of the liquid crystal display
according to an embodiment of the present invention;

FIG. 11A is a model cross-sectional view showing the
manufacturing method of the liquid crystal display according
to an embodiment of the present invention;

FIG. 11B is another model cross-sectional view showing
the manufacturing method of the liquid crystal display
according to an embodiment of the present invention;

FIG. 12A is a model view for explaining an active energy
ray irradiation treatment;

FIG. 12B is another model view for explaining an active
energy ray irradiation treatment;

FIG. 13A is a model plan view depicting a photoresist;

FIG. 13B is a model plan view depicting areas of polymer-
ized liquid crystal composition corresponding to the openings
by a photoresist;

FIG. 13C is a model plan view depicting a state of liquid
crystal molecules when the entire surface is irradiated with an
active energy ray;

FIG. 14A is another model plan view depicting a photore-
sist;

FIG. 14B is a model plan view depicting a state of align-
ment of a liquid crystal when a voltage is applied to a liquid
crystal display apparatus;

FIG. 15 shows various photomask patterns;

FIG. 16 shows another photomask pattern;

FIG. 17 shows how polarizing elements and %4 wavelength
plates are placed;

FIG. 18A is a plan view illustrating the pixel structure of a
liquid crystal display apparatus according to an embodiment
of the present invention;

FIG. 18B is a model plan view depicting a photoresist for
an example according to the present invention;
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FIG. 18C is a model plan view depicting a liquid crystal
display apparatus and a photomask overlaid thereon;

FIG. 19A is another plan view illustrating the pixel struc-
ture of a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 19B is another model plan view depicting a photore-
sist for an example according to an embodiment of the present
invention;

FIG. 19C is another model plan view depicting a liquid
crystal display apparatus and a photomask overlaid thereon;

FIG. 20A is another plan view illustrating the pixel struc-
ture of a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 20B is another model plan view depicting a photore-
sist for an example according to an embodiment of the present
invention;

FIG. 20C is another model plan view depicting a liquid
crystal display apparatus and a photomask overlaid thereon;

FIG. 21A is a model view illustrating a method for manu-
facturing a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 21B is another model view illustrating a method for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 21C is another model view illustrating a method for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 22 shows chemical formulae of resins having a high
wettability and a low wettability to a substrate;

FIG. 23 A is a model view illustrating a method for manu-
facturing a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 23B is another model view illustrating a method for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 23C is another model view illustrating a method for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 24A shows a result of investigations to see the align-
ment state of a liquid crystal display apparatus;

FIG. 24B shows another result of investigations to see the
alignment state of a liquid crystal display apparatus;

FIG. 24C shows another result of investigations to see the
alignment state of a liquid crystal display apparatus;

FIG. 25 is a model view illustrating a method for manufac-
turing a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 26A is another model view illustrating a method for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 268 is another model view illustrating a method for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 27A is a view showing an example wherein the
uneven patterns were changed in an embodiment of the
present invention;

FIG. 278 is another view showing an example wherein the
uneven patterns were changed in an embodiment of the
present invention;

FIG. 28 is another view showing an example wherein the
uneven patterns were changed in an embodiment of the
present invention;

FIG. 29 is a model view depicting a photomask used in
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;
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FIG. 30A is a graph indicating the relationship between the
UV irradiation energy density and the surface energy when
UV rays are irradiated on the surface of a photoresist film;

FIG. 30B is a graph indicating the relationship between the
UV irradiation energy density and the surface energy when
UV rays are irradiated on the surface of a vertical alignment
control film;

FIG. 31 shows a state of the liquid crystal display apparatus
prepared according to an embodiment of the present inven-
tion;

FIG. 32 is a collection of figures showing the transient
response characteristics of a liquid crystal display apparatus
that does not have a polymer network, at the time when the
pixels are lighted;

FIG. 33 is a model view depicting the shape of slits
installed on the pixel electrodes of the liquid crystal display
apparatus used for FIG. 32;

FIG. 34 shows a final lighting state of the liquid crystal
display apparatus used for FIG. 32;

FIG. 35A is a model view illustrating, in a step-wise way,
amethod for manufacturing a liquid crystal display apparatus
according to an embodiment of the present invention;

FIG. 35B is another model view illustrating, in a step-wise
way, a method for manufacturing a liquid crystal display
apparatus according to an embodiment of the present inven-
tion;

FIG. 36 is a graph showing T-V characteristics of a liquid
crystal display apparatus in which a bifunctional monomer in
the capacity of a polymerizable compound was added in
amounts of 0.5, 1 and 3 wt. %;

FIG. 37 is a graph showing T-V characteristics of a liquid
crystal display apparatus in which a monofunctional mono-
mer in the capacity of a polymerizable compound was added
in amounts of 1 and 2 wt. %;

FIG. 38 is a collection of figures showing the transient
response characteristics from an unlighted state to a lighted
state ofa liquid crystal display apparatus of an embodiment of
the present invention;

FIG. 39 is a collection of figures showing the transient
response characteristics from an unlighted state to a lighted
state of an MVA liquid crystal display apparatus (comparative
example) that does not have a polymer network, at the time
when the pixels are lighted;

FIG. 40 is a collection of figures showing the transient
response characteristics from an unlighted state to a lighted
state of an MVA liquid crystal display apparatus (conven-
tional apparatus example) with a polymer network formed by
irradiating UV rays while a voltage was applied between the
electrodes;

FIG. 41A is a view for illustrating the steps for manufac-
turing a liquid crystal display apparatus according to an
embodiment of the present invention;

FIG. 41B is another view for illustrating the steps for
manufacturing a liquid crystal display apparatus according to
an embodiment of the present invention;

FIG. 42A is a view for illustrating the electrode constitu-
tion of a liquid crystal display panel according to an embodi-
ment of the present invention;

FIG. 42B is another view for illustrating the electrode
constitution of a liquid crystal display panel according to an
embodiment of the present invention;

FIG. 42C is another view for illustrating the electrode
constitution of a liquid crystal display panel according to an
embodiment of the present invention;

FIG. 43 is a flow chart illustrating the steps for manufac-
turing a liquid crystal display panel according to an embodi-
ment of the present invention;
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FIG. 44A is a view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 44B is another view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 44C is another view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 45 illustrates the manufacturing steps of a liquid crys-
tal display panel according to an embodiment of the present
invention, in which (I) shows a step of irradiating ¥4 of the
panel surface except the first domain from a first tilted direc-
tion through a mask with a light, (II) shows a step of irradi-
ating ¥4 of the panel surface except the second domain from a
second tilted direction through a mask with a light, (IIT) shows
a step of irradiating % of the panel surface except the third
domain from a third tilted direction through a mask with a
light, and (IV) shows a step of irradiating 34 of the panel
surface except the fourth domain from a fourth tilted direction
through a mask with a light;

FIG. 46A is a view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 468 is another view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 46C is another view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 47A is a view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 47B is another view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 47C is another view for illustrating the structure of the
electrodes and the movement of the liquid crystal molecules
in a liquid crystal display panel according to an embodiment
of the present invention;

FIG. 48A is a cross-sectional view illustrating a method for
manufacturing a liquid crystal display apparatus according to
one embodiment of the present invention;

FIG. 48B is another cross-sectional view illustrating a
method for manufacturing a liquid crystal display apparatus
according to one embodiment of the present invention; and

FIG. 49 is a plan view illustrating a method for manufac-
turing a liquid crystal display apparatus according to one
embodiment of the present invention.

DESCRIPTION OF THE PREFERRED
EMBODIMENTS

Embodiments according to the present invention will be
described with reference to the following figures, formulae,
examples, etc. It is to be understood that these figures, for-
mulae, examples, etc., plus the explanation below are for the
purpose of illustrating the present invention, and do not limit
the scope of the present invention. It goes without saying that
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other embodiments should also be included in the category of
the present invention as far as they conform to the gist of the
present invention. In the figures, the same sign indicates the
same element.

A liquid crystal display apparatus according to the present
invention has a liquid crystal layer and a pair of electrodes
installed at both sides of the liquid crystal layer for applying
voltage to a liquid crystal, sandwiched between a pair of
substrates wherein the liquid crystal layer has a portion
obtained by polymerizing a polymerizable compound in the
presence of the liquid crystal, by selectively irradiating the
substrate surface with an active energy ray at no voltage
application, that is in a state in which no voltage is applied
between the electrodes. This selective irradiation with an
active energy ray will be called a “selective active energy ray
irradiation”. It is simple and easy to use a so-called photo-
mask for the selective active energy ray irradiation, and the
reliability is high. In addition, There is no particular limitation
to the type of an active energy ray for use. Various rays such
as UV rays can be used favorably. Other types of energy such
as heat can be used together.

The liquid crystal layer before an active energy ray is
irradiated onto the substrates is composed of a composition
(liquid crystal composition) comprising a liquid crystal and a
polymerizable compound, in which the liquid crystal and the
polymerizable compound are coexisting. In contrast to this,
when the polymerizable compound in the liquid crystal layer
is selectively polymerized, the portions that reflect the pattern
of the exposed areas turn to be a polymerized liquid crystal
composition, and the portions that reflect the pattern of the
shielded areas remain as a nonpolymerized liquid crystal
composition, when observed from a direction vertical to the
substrate.

Selective active energy ray irradiation is performed at no
voltage application. Accordingly, the polymerizable com-
pound in the liquid crystal composition that have been sub-
jected to selective active energy ray irradiation is cross-linked
(cured) while the liquid crystal is vertically aligned, which
contributes to the final alignment and conformation of the
liquid crystal in the liquid crystal layer. It was found that when
such a pattern caused by a polymerized liquid crystal com-
position exists in a liquid crystal composition, a liquid crystal
is aligned as being tilted towards the direction along the
pattern.

Utilizing this, it is possible to regulate the tilting direction
of a liquid crystal in domains other than the patterned
domains by the polymerized liquid crystal composition, even
without known technologies such as patterning of electrodes,
installation of uneven parts and rubbing of a alignment con-
trol film. However, the present technology can be used
together with patterning of electrodes, installation of uneven
parts, rubbing of a alignment control film, etc.

Polymerization of the unpolymerized liquid crystal com-
position can be performed by irradiating with an active ray the
entire surface of the substrate (entire surface active energy ray
irradiation) at voltage application after the selective active
energy ray irradiation. Accordingly, the unpolymerized liquid
crystal composition polymerizes and the alignment with tilt-
ing towards the direction along the pattern of the polymerized
liquid crystal composition is implemented.

There is no particular limitation to the polymerizable com-
pound as long as it is polymerizable. So-called monomers and
oligomers are acceptable. In the present invention, the term
“monomer” can be constructed as such a polymerizable com-
pound, as long as it is not out of the gist of the present
invention.
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This polymerization is mostly polymerization with cross-
linking. However, other types of polymerization can be uti-
lized. The polymerizable compound may be a mixture of
plural types of compounds. If catalysts and other additives are
needed, they can be used as components of the liquid crystal
composition.

Whether a liquid crystal composition has been polymer-
ized, and whether a necessary pattern has been acquired, can
be determined by observing whether the liquid crystal shows
alignment with tilting towards the direction along a specific
pattern, when the unpolymerized liquid crystal composition
is polymerized later. This “whether the liquid crystal shows
alignment with tilting towards the direction along a specific
pattern” can be determined by observing whether the liquid
crystal layer after the irradiation with an active ray shows a
light shielding pattern caused by alignment of specific liquid
crystal molecules at voltage application.

For example, in one of the preferred embodiment of the
present invention, that is, a liquid crystal display apparatus
having a structure wherein a first polarizing element and a
second polarizing element are installed on both surfaces of a
pair of substrates with their absorption angles perpendicular
to each other, a liquid crystal having a negative dielectric
constant anisotropy is used for the liquid crystal layer, and the
liquid crystal is aligned in the direction vertical to the sub-
strate surface at no voltage application, the light that has
passed the first polarizer is shielded by the second polarizer so
that no light passes through the liquid crystal display appara-
tus, owing to the fact that the liquid crystal is aligned in the
direction vertical to the substrate surface at no voltage appli-
cation. On the other hand, when a voltage is applied, the
portions where the liquid crystal is aligned with tilting in
appropriate directions against the substrate surface, forming
birefringence and the light can pass the apparatus.

Atthis stage, the portions polymerized by the entire surface
active energy ray irradiation have a liquid crystal molecule
alignment with tilting towards the pattern of the polymerized
composition. Accordingly, if the pattern of the polymerized
composition is appropriate, the portions where alignment
with tilting towards proper directions transmit the light,
while, in the areas polymerized by the selective active energy
ray irradiation, portions having liquid crystal molecules with
different tilting directions are present in a random manner, as
such a pattern is not present for the liquid crystal molecules to
go along, and light is not transmitted. In this way, there will
appear a pattern that do not transmit light (light shielding
pattern caused by liquid crystal alignment) in the areas cor-
responding to the selective active energy ray irradiation and
part of the areas corresponding to the entire surface active
energy ray irradiation.

The conditions for the voltage application to cause such a
light shielding pattern by liquid crystal alignment in the liquid
crystal layer are determined by whether the liquid crystal has
a positive or negative dielectric constant anisotropy, whether
the alignment control film is a vertical or horizontal alignment
control film, etc. For example, ifa liquid crystal has a negative
dielectric constant anisotropy, and an alignment control film
is a vertical alignment control film, the light shielding pattern
of a liquid crystal layer caused by liquid crystal alignment
appears when voltage is applied as described above. In this
specification, explanation is sometimes made on a preferable
embodiment case in which a liquid crystal having a negative
dielectric constant anisotropy is used, and vertical alignment
to the substrate occurs at no voltage application by installa-
tion of a vertical alignment control film, etc.

Such an active energy ray irradiating treatment can be
performed by, in the case of manufacturing a liquid crystal
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display apparatus having a liquid crystal layer 23 and a pair of
electrodes (not shown) installed at both sides of the liquid
crystal layer sandwiched between a pair of substrates 21, 22,
forming the liquid crystal layer by enclosing a liquid crystal
composition comprising a liquid crystal and a polymerizable
compound into the space between the substrates, selectively
irradiating the substrate surface with an active energy ray at
no voltage application to polymerize part of the polymeriz-
able compound as shown in FIG. 12A, and by irradiating the
entire substrate surface with an active energy ray at a voltage
application to polymerize the polymerizable compound as
shown in FIG. 12B.

According to the present invention, factors for quality fluc-
tuation, complicated processes, lowered yield and high costs
caused by employing fine-width electrode patterns can be
eliminated by such a simple manufacturing method.

UV rays are simple and easy to handle and are preferable as
an active energy ray. It is convenient and effective, for
example, to apply a photomask 24 for the selective active
energy ray irradiation.

For example, selective active energy ray irradiation is per-
formed onto the substrate surface through a photomask 24
having light shielding parts 31 and openings 32 shown in FI1G.
13A. By this, the compound in the areas corresponding to the
openings 32 of the photoresist is polymerized and the areas 33
of the polymerized liquid crystal composition are formed as
shown in FIG. 13B.

After that, when a voltage is applied, the liquid crystal is
harder to be tilted in the areas 33 of the polymerized liquid
crystal composition, than in the areas that have been located
under the light shielding parts, that is, areas 34 of the unpo-
lymerized liquid crystal composition. The crystal molecules 4
in the areas where the compound has not been polymerized
are tilted mostly symmetrically about the light shielding
parts, as shown in FIG. 13C. The compound is subjected to
polymerization in this state by entire surface active energy ray
irradiation.

A liquid crystal display apparatus was manufactured
according to the present invention, actually using the photo-
mask shown in FIG. 14A. FIG. 14B shows an alignment state
of' the liquid crystal when a voltage was applied to the liquid
crystal display apparatus. It is to be noted that first and second
polarizing element are installed so that the absorption angles
are at right angles to each other. The black areas 41 corre-
spond to the light shielding pattern of the liquid crystal layer
caused by liquid crystal alignment.

Various variations are possible for the photomask pattern,
and can be chosen appropriately according to the purposes.
For example, masks as shown in FIG. 15 having a latticework
pattern so that the light shielding pattern of the liquid crystal
layer by liquid crystal alignment comprises a similar lattice-
work pattern are preferable. Also, as sown in FIG. 16, masks
having a fine slit pattern composed of cross-shape basic parts
and branching parts extending linearly to the periphery so that
the light shielding pattern of the liquid crystal layer by the
liquid crystal alignment comprises a similar pattern, are pref-
erable. The pattern is used for patterning the electrodes in a
conventional MVA liquid crystal apparatus. It is to be noted
that the dark parts are the light shielding patterns and the
bright (white) parts are openings in FIGS. 15 and 16.

It is preferable to choose the conditions of the above-
described selective active energy ray irradiation so that the
liquid crystal layer shows the above-described specific light
shielding patterns by liquid crystal alignment when a voltage
is applied after the active energy ray irradiation. Although a
specific pattern can be chosen appropriately according to the
practices, those comprising a latticework patterns and/or a
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pattern composed of cross-shape basic parts and branching
parts extending linearly to the periphery, can be enumerated
as preferable light shielding patterns of the liquid crystal layer
caused by liquid crystal alignment. As conditions for the
selective active energy ray irradiation to obtain such a specific
light shielding pattern of the liquid crystal layer caused by
liquid crystal alignment, types of active energy rays, intensity
of active energy rays, irradiation angle of active energy rays,
irradiation duration of active energy rays, pattern shapes of a
photomask, position of a photomask to be installed, etc. can
be enumerated.

When the active energy ray is a UV ray, an intensity of
0.5-10 J/em? is preferable for the selective active energy ray
irradiation, while an intensity of 2-40 J/cm? is preferable for
the entire surface active energy ray irradiation. In this way,
alignment with a specific tilting direction is realized quickly
and precisely.

The widths of the light shielding parts and openings of a
photomask are preferably in the range of from 2 to 100 pum,
respectively. Inthis way, alignment with an appropriate tilting
direction according to the present invention is easily realized.

When the irradiation with an active energy ray is per-
formed along a direction tilted against the normal line direc-
tion of the substrates, a liquid crystal tends to be tilted along
the direction of the active energy ray irradiation. When the
above-described active energy ray irradiation is performed
along a specific direction tilted against the normal line direc-
tion of the substrates, the tilting direction of a liquid crystal is
more easily regulated and may be preferable. A specific direc-
tion thus tilted can be arbitrarily set according to the practice.
The active energy ray irradiation along a specific tilted direc-
tion can be applied to the selective active energy ray irradia-
tion as well as the entire surface active energy ray irradiation.

There are cases in which areas with a lowered light trans-
mittance come to appear by active energy ray irradiation
along a specific tilted direction or the like. However, the
lowered light transmittance can be improved, as shown in
FIG. 17, by installing a first V4 wavelength plate 72 between
one of the substrates 21 and a first polarizing element 71,
installing a second %4 wavelength plate 74 between the other
substrate 22 and a second polarizing element 73, installing the
absorption axis of the first polarizing element 71 and the slow
axis of the first V4 wavelength plate 72 so that they form an
angle of 45 degrees to each other, installing the absorption
axis of the second polarizing element 73 and the slow axis of
the second 4 wavelength plate 74 so that they form an angle
of'45 degrees to each other, and installing the slow axis of first
V4 wavelength plate 72 and the slow axis of the second 4
wavelength plate 74 so that they are perpendicular to each
other (Iwaki, Togo, and limura, 2000 year Nihon Liquid
Crystal Gakkai, Toronkai, Yoko-shu, PCa02, 2,000), and as a
result, it was possible to improve the light transmittance as a
whole. For example, the transmittance of the areas having a
low transmittance as shown in shaded parts in FIG. 14B, can
be improved by applying such %4 wavelength plates.

In the arrangement shown in F1G. 17, when the intensity of
an incident ray is I,,,, the intensity of a transmitted ray is [ ,,,
and the retardation of a liquid crystal layer is R, ., the follow-
ing relationship holds. That is, the intensity of a transmitted
ray is determined only by R, and is not dependent on the
tilting direction of the liquid crystal.

Lo Y2l iRy, /2)

There is no particular limitation to the polymerizable com-
pound for use in the liquid crystal composition according to
the present invention, and any known polymerizable com-
pound that is used together with a liquid crystal in a liquid
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crystal display apparatus can be applied. Cross-linkable,
polymerizable compounds are generally preferable. Diacry-
late compounds are examples.

There is no particular limitation to the liquid crystal for use
in the liquid crystal composition according to the present
invention, and any known liquid crystal can be used, as long
as it is not out of the gist of the present invention. Nematic
liquid crystals having a negative dielectric constant anisot-
ropy as have already been explained are exemplified for a
favorable liquid crystal.

Accordingly, the liquid crystal display apparatus according
to the present invention can realize the same levels of high
transmittance, high speed response and wide visual angle
characteristics as, or higher levels than those of the liquid
crystal display apparatus by the conventional technologies
such as patterning of electrodes, uneven parts and rubbing of
the alignment control film.

Also, according to the method for manufacturing a liquid
crystal display apparatus according to the present invention,
simplified production processes can be realized, and factors
for quality fluctuation, complicated processes, lowered yield
and high costs can be removed.

A liquid crystal display apparatus according to the present
invention can be utilized as a liquid crystal display apparatus,
most typically, such as a display apparatus for a personal
computer and a television receiver, by attaching drive units,
etc. It goes without saying that the liquid crystal display
apparatus can be utilized for any other applications where the
function to control the manner of light transmission by means
of a liquid crystal is needed. For example, liquid crystal
shutters, liquid crystal projectors, photochromic glasses and
displays for portable information terminals are enumerated.

It is to be noted that this aspect according to the present
invention is also effective when a horizontal alignment con-
trol film is used and a liquid crystal having a positive dielec-
tric constant anisotropy is used.

EXAMPLES

The following are detailed descriptions of examples
regarding the first aspect of the present invention.

Example 1

FIG. 18A is a plan view illustrating the pixel structure of a
liquid crystal display apparatus according to the first aspect of
the present invention. Gate bus lines 81 and data bus lines 82
arranged in the shape of a matrix are formed, wherein the gate
bus lines 81, the data bus lines 82 are connected to pixel
electrodes through TFT elements 83. Auxiliary capacity elec-
trodes 84 are formed across the centers of pixel electrode.
Color filters and a common electrode that cover the whole
display region (both being not shown) are formed on the other
substrate (not shown).

First, vertical alignment control films were formed on both
substrates. Patterning of the electrodes, installation uneven
parts and rubbing of the alignment control films were not
employed.

Then, both substrates are bonded together with spacers in
between, a liquid crystal composition obtained by mixing
0.3% by weight of a diacrylate polymerizable compound in a
nematic liquid crystal having a negative dielectric constant
anisotropy is introduced into the space to form a liquid crystal
display apparatus.

Next, a photomask shown in FIG. 18B was placed over the
liquid crystal display as shown in FIG. 18C, UV rays were
irradiated selectively on the substrate surface through the
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photomask at 2 J/cm?, while no voltage was applied to the
liquid crystal layer so as to polymerize part of the polymer-
izable compound.

After that, the photomask was removed, UV rays were
irradiated on the whole substrate surface at 4 J/cm?, while a
voltage of 20 V was applied to the liquid crystal layer so as to
polymerize the polymerizable compound.

Polarizing elements were arranged on both the sides of the
liquid crystal display apparatus so that their absorption axes
were perpendicular to each other, a /4 wavelength plate was
placed between the liquid crystal display apparatus and each
polarizing element so that each of the slow axes of the 4
wavelength plates and each of the absorption axes of the
adjacent polarizing elements made 45 degrees, and both of
the slow axes of the 14 wavelength plates were perpendicular
each other.

Example 2

The same experiment as for EXAMPLE 1 was performed
except that the pixel structure of FIG. 19A was employed
instead of the pixel structure of FIG. 18A, the photomask of
FIG. 19B was employed instead of the photomask of FIG.
18B and the overlaying according to FIG. 19C was performed
instead of the overlaying according to FIG. 18C, so as to form
a liquid crystal display apparatus.

Example 3

The same experiment as for EXAMPLE 1 was performed
except that the pixel structure of FIG. 20A was employed
instead of the pixel structure of FIG. 18A, the photomask of
FIG. 20B was employed instead of the photomask of FIG.
18B and the overlaying according to FIG. 20C was performed
instead of the overlaying according to FIG. 18C, so as to form
a liquid crystal display apparatus. The photomask shown in
FIG. 20B had a light shielding part width/opening width of 3
um/3 pum.

As a result of the above-described experiments, in all the
cases, the switching response velocities at rising/descending
between white color and black color were 20 milliseconds,
compared with 25 milliseconds of the conventional MVA
system in which patterning of electrodes were employed, the
overall transmittance was 1.3 times the value of the conven-
tional system, and the wide visual angle properties were on
the same level or better. That is, a liquid crystal display
apparatus was realized that had the same levels of high trans-
mittance, high speed response and wide visual angle charac-
teristics as, or higher levels than those of the liquid crystal
display apparatus by the conventional technologies such as
patterning of electrodes, uneven parts and rubbing of the
alignment control film.

Embodiments of the second aspect of the present invention
will now be described with reference to the accompanying
drawings.

Embodiment 1

FIG. 6 is a plan view depicting a liquid crystal display
apparatus (MVA liquid crystal apparatus) according to
EMBODIMENT 1 of the second aspect of the present inven-
tion, and FIG. 7 is a cross-sectional view along the I-1 line in
FIG. 6.

As FIG. 7 shows, the MVA liquid crystal apparatus of the
present embodiment is comprised of a TFT substrate 110 and
a counter substrate 120, between which a liquid crystal 130,
of which the dielectric constant anisotropy is negative, is
sealed. Under the TFT substrate 110 and above the counter
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substrate 120, polarizing plates (not illustrated) are disposed
respectively such that the polarizing axes are perpendicular to
each other.

The TFT substrate 110 is comprised of a glass substrate
111, a gate bus line 1124, an auxiliary capacity bus line 1125,
a data bus line 113a, an auxiliary capacity electrode 1135,
TFT 114 and pixel electrodes 117, which are formed on the
glass substrate 111, as shown in FIG. 6 and FIG. 7. As FIG. 6
shows, the gate bus line 112a extends in the horizontal direc-
tion and the data bus line 113« extends in the vertical direc-
tion. The gate bus line 112a and the data bus line 1134 are
electrically separated by a gate insulation film (not illus-
trated) which exists between them. The area partitioned by the
gate bus line 1124 and the data bus line 1134 is a respective
sub-pixel. As mentioned later, one color filter, red (R), green
(G) or blue (B) is disposed in one sub-pixel, and one pixel is
comprised of three adjacent sub-pixels of red, green and blue.

The auxiliary capacity bus line 1125 is formed on the same
wiring layer as the gate bus line 1124, so as to cross the center
section of the pixels.

In each pixel, the TFT 114, pixel electrodes 117 and aux-
iliary capacity electrode 1135 are formed. The TFT 114 is
disposed near the section where the gate bus line 1124 and the
data bus line 113a cross, the source electrode thereof is elec-
trically connected to the pixel electrodes 116 via a contact
hole, and the drain electrode is electrically connected to the
data bus line 113a.

The auxiliary capacity electrode 1135 is formed on the
same wiring layer as the data bus line 1134, and is disposed on
the auxiliary capacity bus line 1125 via the insulation film.
The auxiliary capacity electrode 1135 as well is electrically
connected to the pixel electrodes 117 via the contact hole.

The pixel electrodes 117 is made of a transparent conduc-
tor, such as ITO, and is formed on the insulation film 116,
which covers the gate bus line 1124, data bus line 113a,
auxiliary capacity electrode 1135 and TFT 114 as shown in
FIG. 7. On this pixel electrodes 117, slits 117a for domain
regulation are formed. These slits 117a are formed along the
zigzag lines on the gate bus line 1124 and auxiliary capacity
bus line 1125, as shown in FIG. 6. The surfaces of the pixel
electrodes 117 are covered with an alignment control layer
118, which is formed by reacting and polymerizing the reac-
tive monomer added to the liquid crystal 130.

The counter substrate 120, on the other hand, is comprised
of a glass substrate 121 and a black matrix (not illustrated),
color filters, 122, and a common electrode 123 which are
formed under the glass substrate 121, as shown in FIG. 7.
There are three types of color filters 122: red (R), green (G)
and blue (B), and one of the color filters 122, red (R), green
(G) or blue (B) is disposed in each pixel.

The surface of the color filter 122 is covered with the
common electrode 123, which is made of a transparent con-
ductor, such as ITO. Under the common electrode 123, bumps
124 for domain regulation are formed. These bumps 124 are
disposed between the rows of slits 117a of the pixel elec-
trodes 117, as shown by the dash and dotted line in FIG. 6.

The surface of the common electrode 123 is covered with
the alignment control layer 125. The bumps 124 and the
alignment control layer 125 are both formed by polymerizing
a reactive monomer added to the liquid crystal 130.

Now the manufacturing method of a liquid crystal display
apparatus of the present embodiment will be described. At
first, the creation of the TFT substrate 120 will be described.

Initially, a glass substrate (e.g. OA-2 made by Nippon
Electric Glass Co. Ltd.) 111 having a thickness of 0.7 mm, for
example, is prepared. And a first metal film is formed on the
glass substrate 111 by a PVD (Physical Vapor Deposition)
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method, then the first metal film is patterned by a photolithog-
raphy method to form the gate bus line 1124 and the auxiliary
capacity bus line 1125. Then the gate insulation film is formed
on the entire top face of the glass substrate 111, and on top of
this, the first silicon film to be the operation layer of the TFT
114 and a SiN film to be a channel protective film are formed
sequentially. Then the SiN film is patterned by a photolithog-
raphy method to form the channel protective film for protect-
ing the channels of the TFT 114 at a specific area above the
gate bus line 112aq.

Then on the entire top face of the glass substrate 111, the
second silicon film, to be an ohmic contact layer where impu-
rities are introduced at high density, is formed, and on the
second silicon film, the second metal film is formed. And by
a photolithography method, the second metal film, second
silicon film and first silicon film are patterned to define the
shape of the silicon film to be the operation layer of the TFT
114, and to form the data bus line 113aq, auxiliary capacity
electrode 11354, and source electrode and drain electrode of
the TFT 114.

Then the insulation film 116 is formed on the entire top face
of the glass substrate 111, and a contact hole, to reach the
auxiliary capacity electrode 1135 and the source electrode of
TFT 114, is formed respectively at a specific position of the
insulation film 116. Then on the entire top face of the glass
substrate 111, a film made of a transparent conductor, such as
ITO, is formed. And by patterning this transparent conductor
film, the pixel electrodes 117, which are electrically con-
nected to the auxiliary capacity electrodes 1136 and the
source electrodes of the TFT 114 via the contact hole, are
formed. At this time, the slits 1174 for domain regulation are
also formed in the pixel electrodes 117. In this way, the TFT
substrate 110 is completed.

Now the manufacturing method of the counter substrate
120 will be described. At first, a metal film made of Cr, for
example, is formed on the glass substrate 121, which thick-
ness is 0.7 mm, for example, and this metal film is patterned
to form a black matrix. Then the color filters 122 are formed
on the glass substrate 121. At this time, itis designed such that
one color of the color filters 122, red, green or blue, is dis-
posed on each pixel

Then on these color filters 122, the common electrode 123
is formed using a transparent conductor such as ITO. In this
way, the counter substrate 120 is completed.

Then the liquid crystal 130 having a negative dielectric
constant anisotropy, to which a photo-reactive monomer hav-
ing a liquid crystal aligning capability is added, is introduced
between the TFT substrate 110 and the counter substrate 120
by a vacuum injection method or dropping injection method.
In this case, resin spacers which diameter is 4 pum, for
example, are placed between the TFT substrate 110 and the
counter substrate 120, so as to maintain a constant space (cell
gap) between the TFT substrate 110 and the counter substrate
120.

For the reactive monomer having a liquid crystal aligning
capability, a photo-reactive acrylate or methacrylate which
has an alkyl side chain or fluorine group can be used. The
adding amount of the reactive monomer which have a liquid
crystal aligning capability is several percent by weight (e.g.
2% by weight). In the liquid crystal 130, a photopolymeriza-
tion initiator or a monomer which does not have a vertical
aligning capability may be used. In this specification, the
structure formed by bonding the TFT substrate and the
counter substrate is called a “panel”.

Now a step of forming the bumps 124 and the alignment
control layers 118 and 125 will be described with reference to
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FIGS. 8A, 8B and 9. In FIGS. 8A, 8B and 9, the insulation
film 116 and the color filters 122 are omitted.

As FIG. 8A shows, after the liquid crystal 130 to which a
reactive monomer is added is sealed in a panel 100, UV rays
are irradiated onto the panel 100 at a 500 ml/cm® energy
density, for example, using a filter (mask) 135, on which light
transmission parts with a stripe pattern, where the width is 10
pum and the pitch is 25 pm, for example, are formed. By this,
monomer molecules at the portions where UV rays are irra-
diated are polymerized preferentially and grow, and the
bumps 124 as shown in FIG. 8B are formed.

In this case, as FIG. 9 shows, the liquid crystal molecules
130a align roughly vertically from the substrate face at the
initial stage of the bump 124 formation, and the bumps 124
grow, maintaining this alignment status. Therefore even after
the bumps 124 are completed, the liquid crystal molecules
130a near the bumps 124 are aligned roughly vertically from
the substrate face.

Then UV rays are irradiated onto the entire surface of the
panel 100 at an energy weaker than the first irradiation. By
this, the remaining monomer molecules in the liquid crystal
130 are polymerized, and the thin alignment control layers
118 and 125 are formed on the entire surface of the TFT
substrate 110 and the counter substrate 120.

Depending on the monomer, the alignment control layer
may be formed without irradiating UV rays, since it polymer-
izes naturally over time, so a second UV rays irradiation is not
an essential step. Instead of the filter 135, a filter, where the
portions corresponding to the bump formation areas are trans-
parent and the rest of it is translucent, may be used so that the
bumps 124 and the alignment control layers 118 and 125 are
formed at the same time.

In the above embodiment, after sealing the liquid crystal
130, to which the reactive monomer is added, between the
TFT substrate 110 and the counter substrate 120, the bumps
124 are formed at specific areas by selectively irradiating UV
rays, as described above, so the manufacturing step is simpli-
fied compared with prior art, which forms bumps using a
photoresist. Also the liquid crystal molecules 1304 near the
bumps 124 align in a roughly vertical direction from the
substrate face when no voltage is applied, so the leaking of
light can be decreased remarkably. By this, the contrast char-
acteristics can be further improved.

Inthe case of an MVA liquid crystal apparatus according to
the present embodiment, alignment division (multi-domain)
is implemented using the difference of dielectric constants
between the liquid crystal 130 and the bumps 124. In other
words, when no voltage is applied, the liquid crystal mol-
ecules near the bumps 124 align roughly vertically from the
substrate face, but if voltage is applied between the pixel
electrodes 117 and the common electrode 123, the electric
field near the surface of the bumps 124 distorts since the
dielectric constants are different between the liquid crystal
130 and the bumps 124, and the direction of the electric field
becomes diagonal with respect to the substrate face. Since the
cross-section of a bump 124 is roughly symmetrical with
respect to the center line thereof, the tilting directions of the
liquid crystal molecules differ depending on which side ofthe
bump 130 the liquid crystal molecules exist, and alignment
division (multi-domain) is implemented. As a result, the lig-
uid crystal display apparatus of the present embodiment can
provide good viewing angle characteristics similar to that of
conventional MVA liquid crystal display apparatus.
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Embodiment 2

FIGS. 10A-10C are model diagrams depicting the manu-
facturing method of the liquid crystal display apparatus
according to EMBODIMENT 2 of the second aspect of the
present invention.

At first, just like EMBODIMENT 1, the TFT substrate 110
and the counter substrate 120 are formed. And as FIG. 10A
shows, UV rays are irradiated onto the bump formation areas
of'the TFT substrate 110 and the counter substrate 120 (only
the counter substrate is shown in FIG. 10A) at high energy
density. In the present embodiment, it is assumed that UV
rays with a central wavelength of 254 nm are irradiated onto
the bump formation areas at a 5000 mJ/cm?® energy density.
By this, the surface energy (surface tension) at the areas
where UV rays were irradiated becomes higher than the sur-
face energy of the other areas.

Then, as FIG. 10B shows, the panel 100 is formed by
disposing the TFT substrate 110 and the counter substrate 120
with spacers in between, just like EMBODIMENT 1, and
sealing the liquid crystal 130 having a negative dielectric
constant anisotropy to which a reactive monomer is added,
between the substrates. Then on the entire surface of the panel
100, UV rays, of which the central wavelength is 365 nm are
irradiated at 500 mJ/cm?, for example.

By this, as FIG. 10C shows, the monomer in the liquid
crystal 130 deposits on the surface of the TFT substrate 110
and the counter substrate 120, and is polymerized by UV rays,
and the alignment control layers 118 and 125 are formed. In
this case, the deposition amount of the monomer is higher in
the areas where the surface energy is high compared with
other areas, and as a result, the bumps 124 are formed on the
alignment control layers 118 and 125 simultaneously. In the
present embodiment as well, the same effect as EMBODI-
MENT 1 can be implemented.

In the above example, UV rays are irradiated at a higher
energy density so that the surface energy of the bump forma-
tion areas of the substrate becomes higher than the surface
energy of the other areas, but the surface energy of the bump
formation areas may be changed by other methods. For
example, the surface energy of the bump formation areas can
be made higher than the other areas by such a method as
exposing to plasma or by contacting a chemical such as an
acid.

Embodiment 3

FIGS.11A and 11B are model cross-sectional views show-
ing the manufacturing method of the liquid crystal display
according to EMBODIMENT 3 of the second aspect of the
present invention.

In the present embodiment, the resin spacers 136 are selec-
tively disposed at the bump formation areas, as shown in FI1G.
11A. Forexample, if electrodes in a pattern shape of the bump
formation areas are disposed under the substrate (TFT sub-
strate 110 or counter substrate 120), and spacers are dispersed
on the substrates while applying voltage to these electrodes,
the spacers 136 can be disposed only at the electrode sections
by static electricity.

Also the spacers 136 may be added to an ink, so that the
spacers 136 are disposed at specific sections by ejecting this
ink from the head of an inkjet printer to the surface of the
substrate (TFT substrate or counter substrate). Also an adhe-
sive may be coated in a specific pattern on the substrate so that
the spacers 136 are dispersed, then spacers which are not fixed
with the adhesive are removed.

In this way, the spacers 136 are disposed at the bump
formation areas, then the panel 100 is formed by sealing the
liquid crystal 130, to which a reactive monomer is added,
between the TFT substrate 110 and the counter substrate 120,
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just like EMBODIMENT 1. Then UV rays with a central
wavelength of 365 nm are irradiated onto the entire panel at
500 mJ/cm?® energy density, for example. Since the reactive
monomer has the nature to easily attach to the surface of resin
spacers, the monomer is polymerized with the spacers 136 as
cores, and the bumps 137 are formed, as FIG. 11B shows.
Also by irradiating UV rays, thin alignment control layers
118 and 125 are formed on the surfaces of the pixel electrodes
117 and the common electrode 123. In the present embodi-
ment as well, the same effect as EMBODIMENT 1 is imple-
mented.

Embodiment 4

FIGS. 48, 48B and 49 illustrate the manufacturing method
of a liquid crystal display apparatus according to EMBODI-
MENT 4 of the second aspect of the present invention.

In this embodiment, a TFT substrate and a counter sub-
strate 120 are disposed with spacers in between. A liquid
crystal having a negative dielectric constant anisotropy added
with a reactive monomer is filled between these substrates
110 and 120. And as shown in FIGS. 9A and 9B, a bump 140
is grown from one of the substrates to contact the other. For
example, when a liquid crystal 130 is sealed between the TFT
substrate and the counter substrate 110 having a bump grow-
ing from one of the substrates and contacting the other by a
dropping injection method, the liquid crystal 130 can be
sealed inside of the bump 140. By this, the step of applying a
sealant and the step of curing the sealant can be omitted, and
accordingly, the manufacturing steps can be simplified.

Embodiment 5

FIGS. 21A to 21C are model views illustrating a method
for manufacturing a liquid crystal display apparatus accord-
ing to EMBODIMENT 5 of the second aspect of the present
invention. It is to be noted that in FIGS. 21A to 21C, only
major parts of a TFT substrate and counter substrate are
illustrated for simplifying the explanation. The actual struc-
tures of the TFT substrate and counter substrate are basically
the same as explained in EMBODIMENT 1.

First, a TFT substrate 110 and a counter substrate 120 are
formed as shown in FIG. 21A in the same manner as in
EMBODIMENT 1. Since, in this embodiment, the alignment
control layer is also formed by a monomer added to the liquid
crystal, electrodes (pixel electrode 117 or a common elec-
trode 123) are exposed on the surfaces of the TFT substrate
110 and the counter substrate 120. Furthermore, in this
embodiment, protrusions (or bumps) 211, 221 for domain
regulation are formed in the TFT substrate 110 and counter
substrate 120 respectively, as shown in FIG. 21A. These
protrusions 211, 221 can be formed, for example, using a
photoresist and performing a selective light exposure and
developing treatment.

Next, the TFT substrate 110 and counter substrate 120 are
arranged to face each other with spacers in between, and a
liquid crystal 130 having a negative dielectric constant anisot-
ropy added with a reactive monomer (UV-curable resin) and
a polymerization initiator is introduced into the space
between the substrates to form a panel 200. As a method for
introducing a liquid crystal, there are a dropping injection
method and a vacuum injection method. Either can be
employed.

Into the liquid crystal 130, at least two types of resins, that
is, a resin having a high wettability to a substrate (that is,
having low vertical alignment controlling properties) and a
resin having a low wettability to a substrate (that is, having
high vertical alignment controlling properties) are added.
FIG. 22 shows chemical formulae of a resin having a high
wettability to a substrate and a resin having a low wettability
to a substrate. In FIG. 22, resin 1 has a low wettability to a
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substrate and has a group showing vertical alignment in part
A ofthe formula. A resin 2 has a high wettability to a substrate
and has a group not showing vertical alignment in part B of
the formula. These resins comprise photofunctional groups
such as acrylate and methacrylate.

After liquid crystal 130 added with a reactive monomer is
introduced into the panel 200, UV-ray irradiation with a mer-
cury lamp was performed on the whole panel. In this case,
since the light is irradiated to the liquid crystal through the
glass substrate, UV rays with shorter wavelengths are cut by
the glass substrate. Accordingly, it is necessary to use a poly-
merization initiator that can react to light that comes through
the glass substrate. To be concrete, a polymerization initiator
having an absorption length longer than 300 nm is used.

By means of this UV-ray irradiation, the monomer in the
liquid crystal 130 polymerizes at the surfaces of the TFT
substrate 110 and the counter substrate 120 to form alignment
control layers 212, 222 on the surfaces of the TFT substrate
110 and the counter substrate 120. Accordingly, liquid crystal
molecules that have been aligned roughly horizontally or in a
random direction just after the injection, are aligned mostly
vertically, as shown in FIG. 21C.

Inthis embodiment, protrusions 211, 221 are formed on the
surfaces of the TFT substrate 110 and the counter substrate
120 as described above. Also, the liquid crystal 130 added
with a reactive monomer is introduced into the space between
the TFT substrate 110 and the counter substrate 120, followed
by UV-ray irradiation to form the alignment control layers
212, 222 on the surfaces of the TFT substrate 110 and the
counter substrate 120. Through this, liquid crystal molecules
near the protrusions 211, 221 are aligned in the direction
vertical to the surfaces of the protrusions 211, 221, while
liquid crystal molecules in the other areas are aligned in the
direction roughly vertical to the substrate surfaces. Therefore,
light leakage at no voltage application is little. Furthermore,
when a voltage is applied, the tilting direction of liquid crystal
molecules about one of the side of a protrusion 211 or 221 is
different from the tilting direction of liquid crystal molecules
about the other side of the protrusion 211 or 221, and align-
ment division (multi-domain) is achieved. By this, a liquid
crystal display apparatus having good contrast and viewing
angle characteristics is obtained.

A liquid crystal display apparatus was prepared according
to the above-described procedure, and the display character-
istics were determined. As a result, the contrast ratio was not
less than 300:1, the response speed (black->white->black)
was 30 milliseconds and the transmittance was 5%. The
visual angle was not less than 170 degrees both in the vertical
and lateral (horizontal) directions, the same performance as
or better performance than that of the conventional MVA type
liquid crystal display apparatus wherein alignment control
film was formed by printing.

In the above-described embodiments, explanation was
made using protrusions (bumps) for regulating domains.
However, it is to be noted that the domain regulations is
possible by installing dents instead of the protrusions.

Furthermore, in the above-described embodiments, expla-
nation was made regarding the case in which a polyimide and
a polyamic acid were not used at all in order to make the
present invention clearer. However, it is also possible to mix
a polyimide and a polyamic acid into a UV-curable resin, or
use a polyimide and a polyamic acid as part of a UV-curable
resin.

Embodiment 6

FIGS. 23A to 23C are model views illustrating a method
for manufacturing a liquid crystal display apparatus accord-
ing to EMBODIMENT 6 of the second aspect of the present
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invention. First, a TFT substrate 110 and a counter substrate
120 are formed as shown in FIG. 23A in the same manner as
in EMBODIMENT 1 (only the TFT substrate 110 is shown in
FIG. 23A). Since, in this embodiment, too, the alignment
control layer is formed by a UV-curable resin added to a liquid
crystal, electrodes (pixel electrode 117 or a common elec-
trode 123) are exposed on the surfaces of the TFT substrate
110 and the counter substrate 120. These electrode may be
coated with SiN or other insulating films. Furthermore, dif-
ferent from EMBODIMENT 5, protrusions are not formed in
this embodiment.

After that, a rubbing treatment is performed on the surfaces
of the TFT substrate 110 and the counter substrate 120 as
shown in FIG. 23B. The rubbing is achieved by rubbing the
surfaces of the TFT substrate 110 and the counter substrate
120 along one direction, using, for example, a cloth roller
204.

Next, the TFT substrate 110 and counter substrate 120 are
arranged to face each other with spacers in between as shown
in FIG. 23C, and a liquid crystal 130 added with a photore-
active monomer (UV-curable resin) is introduced into the
space between the substrates. After that, UV-irradiation is
performed to form alignment control layers 212,222 on the
surfaces of the TFT substrate 110 and the counter substrate
120.

FIGS. 24 A to 24C show the results of investigation to see
the alignment state of a liquid crystal display apparatus pre-
pared by this embodiment. FIG. 24A shows a state to which
no voltage was applied, FIG. 24B shows a state to which a
voltage of 2V was applied, and FIG. 24C shows a state to
which a voltage of 3V was applied. As shown in these figures,
the transmittance changed as the voltage changed, and,
accordingly, it is confirmed that the alignment direction of
liquid crystal molecules was regulated by the rubbing direc-
tion. It is to be noted that streak lines were observed in FIG.
24B that were probably generated where the intensity of
rubbing was a little too hard. This sort of display abnormali-
ties can be considered as being avoidable by establishing
appropriate rubbing conditions.

According to this embodiment, since the rubbed surfaces
do not directly contact with the liquid crystal, minute particles
(rubbing dusts) generated by the rubbing do not come into the
liquid crystal 130 and contaminate it. Accordingly, the reli-
ability of the liquid crystal display apparatus can be
improved.

According to the conventional method in which an align-
ment control film is formed by printing, even though the base
layer for the alignment control film is subjected to a rubbing
treatment, the minute unevenness formed in the rubbing is
buried during the printing, and accordingly, it is not possible
to align liquid crystal molecules in the rubbing direction.
However, when an alignment control layer is formed by poly-
merizing the resin added to the liquid crystal 130 as in this
embodiment, it is possible to align liquid crystal molecules in
the rubbing direction, if an rubbing treatment is performed on
the base layer.

Embodiment 7

FIGS. 25, 26A and 26B are model views illustrating a
method for manufacturing a liquid crystal display apparatus
according to EMBODIMENT 7 of the second aspect of the
present invention.

First, a TFT substrate and a counter substrate are formed in
the same manner as in EMBODIMENT 1, and a 3 pm-thick
insulating layer made of an insulating material such as SiN is
formed, on at least one of the TFT substrate and the counter
substrate (the TFT substrate in this embodiment). Then, this
insulating film is subjected to patterning by photolithography
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to form fine stripe patterns (uneven patterns) as indicated in
black in FIG. 25. Then, the TFT substrate 110 and counter
substrate are arranged to face each other with spacers in
between, and a liquid crystal having a negative dielectric
constant anisotropy added with a photoreactive monomer
(UV-curable resin) is introduced into the space between the
substrates. Then, UV irradiation is performed in the same
manner as in EMBODIMENT 1 to polymerize the monomer
on the surfaces of the TFT substrate and the counter substrate
face to form alignment control layers. In this embodiment,
too, the tilting direction of liquid crystal molecules can be
controlled by the fine unevenness installed on the TFT sub-
strate at a voltage application.

FIG. 26A shows the state of transmitted light at a voltage
application of a liquid crystal display apparatus prepared
according to this embodiment. To compare, FIG. 26B shows
the state of transmitted light at a voltage application of a
liquid crystal display apparatus prepared by forming the same
uneven patterns as in the above-described embodiment, and
forming an alignment control film by printing. As understood
from FIG. 26 A, regarding the liquid crystal display apparatus
according to this embodiment, the liquid crystal alignment is
controlled by the uneven patterns, while as understood from
FIG. 26B, regarding the liquid crystal display apparatus
according to a comparative example, minute uneven parts are
buried with the alignment control film if the thickness of the
uneven patterns is 0.03 pum or less, and accordingly, it is not
possible to regulate the alignment direction of liquid crystal
molecules atavoltage application, randomly generating areas
that do not transmit light.

It is to be noted that when the uneven patterns were
changed to those shown in FIGS. 27A, 27B and 28, good
display characteristics were obtained. With the patterns of
FIGS. 25 and 27A, domains with changes in alignment direc-
tion by 180 degrees are formed, and the patterns of FIGS. 27B
and 27, domains with changes in alignment direction by 90
degrees are formed. In both cases, consistent alignment con-
trol was always possible. Furthermore, in the cases where the
tips of the patterns are tapered (FIGS. 25 and 27B) as well as
in the cases where the tips of the patterns are not tapered
(FIGS. 27A and 28), provision of pretilting was possible.

Embodiment 8

The following is an explanation of EMBODIMENT 8
according to the second aspect of the present invention. In this
embodiment, one pixel area is divided into multiple fine
areas, and an alignment control layer is formed by changing
the surface energy at the interface for each fine area.

Accordingly, a TFT substrate and a counter substrate are
formed in the same manner as in EMBODIMENT 1. Then, a
photoresist is coated on a least one of the TFT substrate and
the counter substrate (the TFT substrate in this embodiment)
to form a resist film, followed by baking at 120° C.

Next, UV rays are irradiated onto the resist film using a
mask as shown in black in FIG. 29. By means of this, the
surface energy at the areas irradiated with UV rays becomes
higher than the other areas.

FIG. 30A is a graph indicating the relationship between the
UV irradiation energy density and the surface energy, when
UV irradiation on to the photoresist film is performed, plot-
ting the UV irradiation energy density as ordinate and the
surface energy as abscissa. As FIG. 30A indicates, the surface
energy can be enhanced by irradiating a photoresist film with
UV rays. Itis to be noted that FIG. 30B shows the relationship
between the UV irradiation energy density and the surface
energy when UV rays are irradiated onto the surface of a
vertical alignment control film.
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After the UV irradiation onto the resist film in this way, the
TFT substrate and the counter substrate are bonded together
with spacers in between and a liquid crystal having a negative
dielectric constant anisotropy added with a photoreactive
monomer is introduced to form a panel. Then, UV irradiation
is performed on the whole surface of the panel to form an
alignment control layer by polymerizing the monomer on the
surface of the TFT substrate and the counter substrate. In this
process, the degree of vertical alignment is weaker in the
areas where the surface energy is lower than in the areas
where the surface energy is high. That is, at a voltage appli-
cation, the liquid crystal molecules are tilted towards the
direction horizontal along the patterns of the mask used at the
time of UV irradiation.

FIG. 31 shows a state of the liquid crystal display apparatus
prepared according to the embodiment at the time when the
pixels are lighted. As shown in FIG. 31, this embodiment was
also able to show display characteristics similar to those of
EMBODIMENT 7.

The above-described explanation is made on the case
where the surface energy is modified by irradiating a resist
with UV rays. However, it is to be noted that the surface
energy may be modified by other methods. For example, it is
possible to change the surface energy of minute areas by the
existence/nonexistence of ITO.

Embodiment 9

The following is an explanation of EMBODIMENT 9
according to the second aspect of the present invention. As
explained previously, in the conventional MVA liquid crystal
display apparatus, dark lines come to appear owing to the fact
that the areas over the protrusions and the slits make the
boundaries of the alignment division, with a result that the
transmittance at the time of white display is lowered.
Although, the transmittance can be raised if the spaces
between the protrusions or slits are sufficiently widened, such
an action results in that the time period from the start of the
voltage application between the electrodes to the time when
the alignment of the liquid crystal molecules is stabilized, will
be longer for the areas distant from the protrusions or slits,
and accordingly, the response speed will be decreased.

FIG. 32 is a collection of figures showing the transient
response characteristics of a liquid crystal display apparatus
that did not have a polymer network, at the time when the
pixels were lighted. This liquid crystal display apparatus had
pixel electrodes 317 with slits having a shape as shown in
FIG. 33.

This liquid crystal display apparatus showed a good light-
ing state finally as shown in FIG. 34. However, it took a long
time for the apparatus to come to a static state as shown in
FIG. 32. It can be considered that while the liquid crystal
molecules in the vicinity of the edges of the slits of pixel
electrodes are aligned along the direction determined by the
slits almost at the time of voltage application, it takes time for
the liquid crystal molecules distant from the edges of the slits
to be aligned in a stable manner.

To solve this problem, a liquid crystal display apparatus is
proposed that is obtained by introducing a liquid crystal
added with a polymerizable compound (polymerizing com-
ponent) such as a monomer and an oligomer into a space
between a TFT substrate and counter substrate, irradiating
with UV rays after stabilizing the alignment direction of the
liquid crystal molecules while applying a voltage between the
electrodes to form a polymer network by polymerizing the
polymerizable compound. This type of liquid crystal display
apparatus is called a polymer-stabilized type liquid crystal
display apparatus. In the polymer-stabilized type liquid crys-
tal display apparatus, the liquid crystal molecules between the
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electrodes are tilted in the direction determined by the poly-
mer network simultaneously with the voltage application,
improving the response characteristics.

However, in the polymer-stabilized type liquid crystal dis-
play apparatus, the productions steps are complicate and thus,
the apparatus is not suitable for mass production, since irra-
diation with UV rays is performed while applying a voltage
between the pixel electrodes and the common electrode, after
connecting the electrodes installed on the TFT substrate or
counter substrate with the external drive circuit. Also, when
UV irradiation is performed while driving the TFT’s, their
characteristics may be changed owing to the UV rays, with a
result that a normal voltage is not applied to the pixel elec-
trodes. If the polymerizable compound is polymerized in this
state, the alignment regulation powers by the polymer net-
work become different from pixel to pixel, causing variations
in the T-V (transmission-voltage) characteristics of a liquid
crystal cell and leading to display defects such as display
fluctuation or the like.

Accordingly, in this embodiment, a polymer network is
formed by polymerizing a polymerizable compound added to
a liquid crystal at no voltage application between the elec-
trodes. Therefore, the regulating power to align the liquid
crystal molecules vertically is intensified.

Liquid crystal molecules in the vicinity of the protrusions
or slits are aligned in the direction determined by the protru-
sions or slits almost simultaneously at the time of a voltage
application. The alignment of these liquid crystal molecules
affects the liquid crystal molecules surrounding them and
determines the alignment direction of the surrounding liquid
crystal molecules. In this way, the alignment direction is
propagated and determines the alignment direction of liquid
crystal molecules distant from the protrusions or slits.

In an MVA liquid crystal display apparatus that do not have
a polymer network, liquid crystal molecules distant from the
protrusions or slits are aligned randomly almost simulta-
neously at the time of a voltage application, and when the
alignment direction of the liquid crystal molecules in the
vicinity of the protrusions or slits is propagated, change the
alignment direction to the direction. It takes sometime to
change the alignment direction of the liquid crystal molecules
that have been aligned once, deteriorating the response speed
of a liquid crystal display apparatus without a polymer net-
work.

In this embodiment, the vertical alignment regulation
power of liquid crystal molecules is enhanced. Owing to this,
the liquid crystal molecules are aligned vertically until the
alignment direction of the liquid crystal molecules in the
vicinity of the protrusions or slits is propagated, and they are
aligned in specific directions after the alignment direction has
been propagated. Accordingly, the response time is shortened
compared with a liquid crystal display apparatus without a
polymer network.

FIGS. 35A and 35B are model views illustrating, in a
step-wise way, a method for manufacturing a liquid crystal
display apparatus according to this embodiment.

First, as shown in FIG. 35A, a TFT substrate 310 having
pixel electrodes 311, TEFT’s, etc. and a counter substrate 320
having a common electrode 321 are formed in the same
manner as for EMBODIMENT 1. However, protrusions 312,
322 and vertical alignment control films 313, 323 are formed
on the liquid crystal side surfaces of the TFT substrate 310
and the counter substrate 320 in this embodiment. For
example, the protrusions 312, 322 are formed by using a
photoresist and performing a selective light exposure treat-
ment and development treatment, and the vertical alignment
control film 313, 323 are formed by applying polyimide.

10

15

20

25

30

35

40

45

50

55

60

65

34

Next, as shown in FIG. 35B, the TFT substrate 310 and the
counter substrate 320 are placed facing each other and with
spacers in between, and a liquid crystal 330 having a negative
dielectric constant anisotropy added with a polymerizable
compound is introduced between the two substrates to form a
panel 300. In this case, the constitution, mixing ratio and
amount to be added of the polymerizable compound is estab-
lished in accordance with desired T-V characteristics and
threshold values as explained later.

Next, UV irradiation is performed onto the panel 300 at no
voltage application between the electrodes to form a polymer
network by polymerizing the polymerizable compound.
Owing to this, the liquid crystal molecules come to be aligned
vertically to the surfaces of the alignment control film 313,
323 at no voltage application. In this way, a liquid crystal
display apparatus according to this embodiment is com-
pleted.

FIG. 36 is a graph showing T-V characteristics of a liquid
crystal display apparatus in which a bifunctional monomer in
the capacity of a polymerizable compound was added in
amounts 0f 0.5, 1 and 3 wt. %. Furthermore, FIG. 37 is agraph
showing T-V characteristics of a liquid crystal display appa-
ratus in which a monofunctional monomer in the capacity of
a polymerizable compound was added in amounts of 1 and 2
wt. %. In FIGS. 36 and 37, T-V characteristics (indicated as
“Ref. in the graphs) of a conventional MVA liquid crystal
display apparatus are also shown for comparison.

As FIGS. 36 and 37 show, when a polyfunctional monomer
in the capacity of a polymerizable compound is added to a
liquid crystal layer 330 in a large amount, two- or three-
dimensional polymer network is formed on the alignment
control films 313, 323, and accordingly, restriction on the
liquid crystal molecules is enhanced and the threshold volt-
age is changed greatly. On the other hand, when a monofunc-
tional monomer in the capacity of a polymerizable compound
is used even in a large amount, a polymer network is formed
only mono-dimensionally, and accordingly, restriction on the
liquid crystal molecules is weak and the threshold voltage is
hardly changed, while the T-V characteristics change. There-
fore, by controlling the constitution of the polymerizable
compound, amount to be added and polymerization condi-
tions (UV radiation amount, etc.), the anchoring energy or the
vertical alignment ability can be changed greatly, with a result
that itis possible to control the T-V characteristics and thresh-
old values of a liquid crystal display apparatus.

In the above-described embodiments, explanations are
made on the cases in which a monomer that is polymerizable
by UV rays is used. However, it is to be noted that oligomers
polymerizable by UV rays or monomers or oligomers poly-
merizable by heat may be used. Furthermore, by changing the
UV radiation energy for each group of R pixels, G pixels and
B pixels, it is possible to optimize the T-V characteristics and
the threshold values according to each group of pixels. Fur-
thermore, the T-V characteristics and the threshold values
may be optimized by installing plural areas with different
degrees of polymerization (anchoring energy) in one pixel.

FIG. 38 is a collection of figures showing the transient
response characteristics from an unlighted state to a lighted
state of a liquid crystal display apparatus (an example of the
present invention) of this embodiment that was actually pro-
duced. Furthermore, FIG. 39 is a collection of figures show-
ing the transient response characteristics from an unlighted
state to a lighted state of an MVA liquid crystal display
apparatus (comparative example) that did not have a polymer
network, at the time when the pixels are lighted. Furthermore,
FIG. 40 is a collection of figures showing the transient
response characteristics from an unlighted state to a lighted
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state of an MVA liquid crystal display apparatus (conven-
tional apparatus example) with a polymer network formed by
irradiating UV rays while a voltage was applied between the
electrodes.

As shown in FIGS. 38 to 40, the response speed of a liquid
crystal display apparatus according to the present embodi-
ment from the unlighted state to the lighted state is smaller
than that of the MVA liquid crystal display apparatus of the
conventional apparatus example but is sufficiently improved
(larger) compared with the liquid crystal display apparatus of
the comparative example without a polymer network.

In this way, if only the response characteristics from the
unlighted state to the lighted state are considered, the MVA
liquid crystal display apparatus of the conventional apparatus
example is the best. However, it is necessary to apply a volt-
age between the electrodes during the irradiation with UV
rays in the case of the MVA liquid crystal display apparatus of
the conventional apparatus example. This leads to a defect of
deteriorating the mass-productivity. Furthermore, there is
another defect of fluctuating T-V characteristics caused by the
polymer network formation by UV irradiation with TFT driv-
ing.

On the other hand, in the present embodiment, since the
polymer network is formed by UV irradiation at no voltage
application between the electrodes, an excellent mass-pro-
ductivity is realized, and fluctuation in the T-V characteristics
can be avoided. Furthermore, the response characteristics
from the unlighted state to the lighted state are good, though
it is smaller than that of the MVA liquid crystal display
apparatus of the conventional apparatus example.

The reason that the response speed from the unlighted state
to the lighted state of the MVA liquid crystal display appara-
tus of the conventional apparatus example is large, is that the
liquid crystal molecules are tilted in a specific direction at no
voltage application by the polymer network. However, the
response speed from the lighted state to the unlighted state
becomes smaller due to this polymer network, and the front
contrast ratio would be deteriorated. On the other hand, in the
liquid crystal display apparatus of the present embodiment,
the anchoring energy to align the liquid crystal molecules
vertically by the polymer network is enhanced. This leads to
the effects that the response speed from the lighted state to the
unlighted state is large, and the front contrast ratio is further
improved.

Next, explanation of the third aspect of the present inven-
tion follows in reference to the attached figures.

FIGS. 41 A and 41B illustrate the steps for manufacturing a
liquid crystal display apparatus of FIRST EXAMPLE of'this
aspect. FIG. 41A illustrates a step for diagonal light irradia-
tion with a mask, and FIG. 41B illustrates a step for diagonal
light irradiation without a mask.

As shown in FIGS. 41A and 41B, in the liquid crystal
display apparatus of this FIRST EXAMPLE, fine (ITO) elec-
trodes 82 are installed on the first substrate 81, one-plane
(ITO) substrate 84 is installed on the second substrate 83. A
vertical alignment control film 85 with a vertical alignment
treatment is attached to the fine electrodes 82 side of the first
substrate 81, and a horizontal alignment control film 86 that
has been subjected to a horizontal alignment treatment so as
to make the pretilting angle as small as possible, is attached to
the one-plane electrode 84 side of the second substrate 83.

Next, these two substrates 81 and 83 are set with their
alignment control film facing each other, and sealed with a
space in between to form a blank panel.

A liquid crystal comprising a reactive monomer (liquid
crystal composition) 87 is introduced. This liquid crystal is in
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anormally black mode. It is to be noted that the liquid crystals
used in the following examples are in a normally black mode.

Next, irradiation with a light is performed diagonally, that
is in the direction tilted to the normal line direction of the
surface of the first substrate 81 or the second substrate 82. As
alight, UV rays are irradiated, for example. The liquid crystal
molecules 88 are pretilted in the direction of the light irradia-
tion onthe liquid crystal 87 side of the one-plane electrode 84,
and switching to the longitudinal direction of the slit stripes of
the fine electrodes 82 occurs, when a voltage is applied
between the fine electrodes 82 and the one-plane electrode 84.
Next is an explanation of this point.

FIGS. 42A, 42B and 42C illustrate the electrode constitu-
tion of aliquid crystal display panel and the movements of the
liquid crystal molecules of the FIRST EXAMPLE according
to this aspect present invention. FIG. 42A illustrates a one-
plane electrode and FIG. 42B illustrates fine slit electrodes,
and FIG. 42C illustrates the movements of the liquid crystal
molecules at a voltage application between the electrodes.

As shown in FIG. 42A, the one-plane electrode 84 is an
ITO electrode that is uniformly formed all over a second
substrate 83. As shown in FIG. 42B, the fine electrodes 82 are
ITO electrodes that are processed to have fine slits. The direc-
tions of the liquid crystal molecules 88 are switched to the
directions along the longitudinal direction of the slit stripes of
the fine electrodes 82 (tilted in the directions of the arrows in
FIG. 42C) as shown in FIG. 42C, owing to the fine and regular
electric field distortion generated between the fine electrodes
82 and the one-plane electrode 84. A liquid crystal display
panel having this type of movement is novel, and a high-
performance liquid crystal display apparatus can be manu-
factured when this panel is applied.

Inthe above-described constitution, a liquid crystal display
panel of the FIRST EXAMPLE utilizes fine electrodes 82 that
are processed to have fine slits to switch the direction of the
liquid crystal molecules 88 to the directions along the longi-
tudinal direction of the slit stripes of the fine electrodes 82.

Furthermore, the FIRST EXAMPLE of the present inven-
tion can be realized in a different embodiment wherein the
first substrate is formed by performing a vertical alignment
treatment on a one-plane electrode with fine insulating bumps
in the shape of a pattern as shown in FIG. 42B thereon, instead
the fine electrodes 112 of ITO electrodes with fine slits
formed thereon.

FIG. 43 is a flow chart illustrating the steps for manufac-
turing a liquid crystal display panel of the FIRST EXAMPLE
of this aspect of the present invention. The structure of the
liquid crystal display panel can be realized by performing
light (UV, for example) irradiation twice (with a mask for the
first irradiation, and without a mask for the second irradia-
tion). Although UV rays are mainly used as a light, the present
invention is not limited to this.

First, in step S1, an alignment control film 85 is formed on
a first substrate 81 with fine electrodes 82 formed thereon, a
horizontal alignment control film 86 is formed on a second
substrate 83 with a one-plane electrode 84.

In step S2, the substrates prepared in step S1 are placed
facing each other, and are sealed with a space in between to
form a blank panel.

In step S3, a liquid crystal composition in which a poly-
merizable monomer is mixed with a liquid crystal is intro-
duced into the space of the blank panel and sealing is per-
formed.

In step S4, as shown in FIG. 41A, light irradiation with a
mask is performed in a direction tilted to the normal line
direction of the surface of the liquid crystal display panel
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having the liquid crystal composition containing the poly-
merizable monomer sealed therein.

In step S5, as shown in FIG. 41B, light irradiation without
a mask is performed in a direction tilted to the normal line
direction of the surface of the liquid crystal display panel
having the liquid crystal composition containing the poly-
merizable monomer sealed therein.

Hereafter, “light irradiation in a direction tilted to the nor-
mal line direction of the surface of the liquid crystal display
panel” is simply referred to as “light irradiation in a tilted
direction”. When irradiated in a tilted direction is performed
in this way, alignment of the liquid crystal molecules is regu-
lated in the tilted direction.

Hereupon, a negative-type (AS=-3.6) liquid crystal is used
as the liquid crystal, and a bifunctional acrylate is used as the
reactive monomer. Experiments showed that similar results
were obtained in a methacrylate system. Since a value on the
level of 0.5% is needed for the rate of a monomer in a liquid
crystal to achieve sufficient alignment characteristics, it is
desirable to use a monomer having a chemical structure simi-
lar to that of a liquid crystal material from the viewpoint of
solubility.

In the experiments, similar good results were obtained
when 0.3-0.5% of a monomer is mixed with a liquid crystal.
Irradiation angles in the range 0 0-40 degrees were employed
for giving pretilting angles the most efficiently. A mask cor-
responding to half ofthe pixels was used in the first irradiation
(step S4) for the purpose of regulating the alignment of half of
the liquid crystal layer, and subsequently, in the second irra-
diation (step S5), irradiation from the direction opposite to the
irradiation direction for the first irradiation is performed all
over the panel. In this case, the region that had been subjected
to the first irradiation for alignment control was not affected
by the second (over all) radiation. It is thought that the reason
is that the amount of the reactive monomer (acrylate) in the
corresponding half part was little, and accordingly, the effect
was weakened.

In this way of passing through the treatments steps as
shown in FIG. 43, it is possible to realize a liquid crystal
display panel having two domains showing different align-
ment regulation directions when a voltage is applied to each
pixel.

By developing the above-described alignment regulation
technology, it is possible to realize a liquid crystal display
panel having four-division alignment structure (SECOND
EXAMPLE), having four domains at a voltage application
(breaking-up into two areas by the microstructure, followed
by breaking-up into two areas by UV irradiation onto each
microstructure, and accordingly, making four domains).
Explanation of SECOND EXAMPLE follows below.

FIGS. 44A to 44C illustrate the structure of the electrodes
and the movement of the liquid crystal molecules in a liquid
crystal display panel according to this example. FIG. 44A
illustrates a one-plane electrode, FIG. 44B illustrates elec-
trodes with fine slits, and FIG. 44C illustrates the movement
of'the liquid crystal molecules when a voltage is applied. The
electrodes with fine slits in FIG. 44B and the alignment regu-
lation direction of the liquid crystal molecules shown in FIG.
44C are different from FIRST EXAMPLE shown in FIGS.
42A to 42C. The other features are the same as for FIRST
EXAMPLE.

In short, in the liquid crystal display panel according to
SECOND EXAMPLE, switching of the direction of the liq-
uid crystal molecules to the longitudinal (4) directions of the
stripes of the slits of the fine electrodes shown in FIG. 44B
occurs at a voltage application by installing the electrode
structure shown in FIG. 44B.
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FIG. 45 illustrates the manufacturing steps of a liquid crys-
tal display panel according to SECOND EXAMPLE, in
which (I) shows a step of irradiating 34 of the panel surface
except the first domain from a first tilted direction through a
mask with a light, (I) shows a step of irradiating ¥4 of the
panel surface except the second domain from a second tilted
direction through a mask with a light, (III) shows a step of
irradiating ¥4 of the panel surface except the third domain
from a third tilted direction through a mask with a light, and
(IV) shows a step of irradiating ¥4 of the panel surface except
the fourth domain from a fourth tilted direction through a
mask with a light.

By passing through the processing steps (1), (II), (III) and
(IV) shown in FIG. 45, it is possible to realize a liquid crystal
display panel having four domains in which alignment is
controlled in four different directions when a voltage is
applied to each pixel.

FIGS. 46A to 46C illustrate the structure of the electrodes
and the movement of the liquid crystal molecules in a liquid
crystal display panel according to THIRD EXAMPLE. FIG.
46A illustrates a one-plane electrode, FIG. 46B illustrates
electrodes with fine slits, and FIG. 46C illustrates the move-
ment of the liquid crystal molecules when a voltage is applied.

The liquid crystal display panel according to THIRD
EXAMPLE is different from that of FIRST EXAMPLE in
that a positive type liquid crystal (A&=5.0) is used in this
example. The other features are the same. In the case of
THIRD EXAMPLE, the liquid crystal molecules rise when a
voltage is applied, and a 2-domain structure is realized while
rising, as opposed to the case of FIRST EXAMPLE. The
structure according to THIRD EXAMPLE shown in FIGS.
46A to 46C resembles the structure according to FIRST
EXAMPLE shown in FIGS. 41 A and 41B. However, strictly
speaking, a larger cell thickness (An*d) must be set for the
liquid crystal.

FIGS. 47A to 47C illustrate the structure of the electrodes
and the movement of the liquid crystal molecules in a liquid
crystal display panel according to FOURTH EXAMPLE.
FIG. 47A illustrates a one-plane electrode, FIG. 47B illus-
trates electrodes with fine slits, and FIG. 47C illustrates the
movement of the liquid crystal molecules when a voltage is
applied.

The liquid crystal display panel according to FOURTH
EXAMPLE is different from that of SECOND EXAMPLE in
that a positive type liquid crystal (A&=5.0) is used in this
example. The other features are the same. In the case of
FOURTH EXAMPLE, the liquid crystal molecules rise when
avoltageis applied, and a 4-domain structure is realized while
rising, as opposed to the case of SECOND EXAMPLE. The
structure according to FOURTH EXAMPLE shown in FIGS.
47A to 47C resembles the structure according to SECOND
EXAMPLE shown in FIGS. 44A to 44C. However, strictly
speaking, a larger cell thickness (An*d) must be set for the
liquid crystal.

As described above, a multi-domain structure for each
pixel of
a liquid crystal display panel is made possible by the present
invention.

According to the present invention, by utilizing the align-
ment regulation by a reactive monomer and the electric field
distribution having cyclic and directional features in the lig-
uid crystal at a voltage application, or to be more concrete, by
irradiating a light (UV-rays) from a tilted direction to endow
a pretilting angle, and installing in a pixel domains having a
plurality of differently regulated alignment directions, it is
possible to manufacture a novel liquid crystal alignment
structure that has been hard to be manufactured, to manufac-
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ture a liquid crystal display panel that has properties that have
not been realized, and is brighter and excellent in various
properties (visual angle, contrast, gradation characteristics,
and productivity), compared with the liquid crystal display
panel according to the conventional technologies, and thus, to
provide a liquid crystal display apparatus having this high-
quality panel. Hereupon, the excellent gradation properties
means that the transmittance fluctuation caused by the
applied voltage between the electrodes is small.

What is claimed is:

1. A liquid crystal display apparatus comprising:

first and second substrates which are disposed facing each

other, with liquid crystal sealed between said first and
second substrates;

a first electrode formed on the first substrate;

a second electrode formed on the second substrate;

alignment control layers covering said first and second

electrodes, wherein said alignment control layers con-
trol the alignment direction of liquid crystal molecules,
when no voltage is applied, to be roughly vertical to
faces of the first and second substrates; and

bumps which are formed on at least one surface of said first

and second substrates, wherein the bumps determine
tilting directions of the liquid crystal molecules when
voltage is applied,

wherein both of said alignment control layers and said

bumps are made of a polymerizable compound included
in and mixed with said liquid crystal.

2. The liquid crystal display apparatus according to claim
1, wherein both of said first and second substrates and both of
said first and second electrodes are transparent.

3. The liquid crystal display apparatus according to claim
1, wherein said bumps extend linearly, and further wherein
said bumps are formed on at least one of said first and second
substrates.

4. The liquid crystal display device according to claim 1,
wherein the alignment direction of the liquid crystal mol-
ecules near the bumps when no voltage is applied is roughly
vertical to the faces of the first and second substrates.

5. A liquid crystal display apparatus comprising:

first and second substrates which are disposed facing each

other;

liquid crystal sealed between said first and second sub-

strates;

tilt control sections disposed on said first substrate,

wherein said tilt control sections determine the tilting
directions of liquid crystal molecules when voltage is
applied; and

alignment control layers formed on liquid crystal side faces

of the first and second substrates, wherein said align-
ment control layers control the alignment direction of
the liquid crystal molecules, when no voltage is applied,
to be roughly vertical to the substrate face,
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wherein said tilt control sections and said alignment con-
trol layers are both comprised of a polymerizable com-
pound included in and mixed with said liquid crystal.
6. The liquid crystal display apparatus according to claim
5, wherein said tilt control sections comprise bumps.
7. The liquid crystal display apparatus according to claim
6, wherein said bumps extend linearly, and further wherein
said bumps are formed on said first substrate.
8. The liquid crystal display apparatus according to claim
5, wherein both of said alignment control layers include said
tilt control sections.
9. A liquid crystal display apparatus comprising:
first and second substrates which are disposed facing each
other, with liquid crystal sealed between said first and
second substrates;
a first electrode formed on the first substrate;
a second electrode formed on the second substrate;
alignment control layers covering said first and second
electrodes, wherein said alignment control layers con-
trol the alignment direction of liquid crystal molecules,
when no voltage is applied, to be roughly vertical to
faces of the first and second substrates; and
wherein at least one of said alignment control layers
includes bumps, wherein the bumps determine tilting
directions of the liquid crystal molecules when voltage
is applied, and
wherein both of said alignment control layers and said
bumps are comprised of a polymerizable compound
included in and mixed with said liquid crystal.
10. The liquid crystal display apparatus according to claim
9, wherein both of said first and second substrates and both of
said first and second electrodes are transparent.
11. The liquid crystal display apparatus according to claim
9, wherein said bumps extend linearly, and further wherein
said bumps are formed on at least one of said first and second
substrates.
12. The liquid crystal display apparatus according to claim
9, wherein the alignment direction of the liquid crystal mol-
ecules near the bumps when no voltage is applied is roughly
vertical to the faces of the first and second substrates.
13. The liquid crystal display apparatus according to claim
1, wherein both of said alignment control layers and said
bumps are formed by precipitating the polymerizable com-
pound out of said liquid crystal.
14. The liquid crystal display apparatus according to claim
5, wherein both of said alignment control layers and said tilt
control sections are formed by precipitating the polymeriz-
able compound out of said liquid crystal.
15. The liquid crystal display apparatus according to claim
9 wherein both of said alignment control layers and said
bumps are formed by precipitating the polymerizable com-
pound out of said liquid crystal.
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